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FOREWORD

NASA experience has indicated a need for uniform criteria for the design of space vehicles.
Accordingly, criteria are being developed in the following areas of technology:

Environment
Structures

Guidance and Control
Chemical Propulsion

Individual components of this work will be issued as separate monographs as soon as they
are completed. This document, part of the series on Chemical Propulsion, is one such
monograph. A list of all monographs issued prior to this one can be found on the final pages
of this document. '

These monographs are to be regarded as guides to design and not as NASA requirements,
except as may be specified in formal project specifications. It is expected, however, that
these documents, revised as experience may indicate to be desirable, eventually will provide
uniform design practices for NASA space vehicles.

This monograph, “Solid Rocket Motor Internal Insulation,” was prepared under the
direction of Howard W. Douglass, Chief, Design Criteria Office, Lewis Research Center;
project management was by Carl C. Ciepluch and M. Murray Bailey. The monograph was
written by Sherwood E. Twitchell of Hercules Incorporated and was edited by Russell B.
Keller, Jr. of Lewis. Significant contributions to the text were made by R. G. Knauer of
Aerojet Solid Propulsion Company. To assure technical accuracy of this document,
scientists and engineers throughout the technical community participated in interviews,
consultations, and critical review of the text. In particular, R. L. Bailey, Jet Propulsion
Laboratory, California Institute of Technology; R. F. Mulliken, Langley Research Center;
and J. J. Pelouch, Lewis Research Center reviewed the monograph in detail.

Comments concerning the technical content of these monographs will be welcomed by the

National Aeronautics and Space Administration, Lewis Research Center, (Design Criteria
Office), Cleveland, Ohio 44135.

December 1976
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GUIDE TO THE USE OF THIS MONOGRAPH

The purpose of this monograph is to organize and present, for effective use in design, the
significant experience and knowledge accumulated in development and operational
programs to date. It reviews and assesses current design practices, and from them establishes
firm guidance for achieving greater consistency in design, increased reliability in the end
product, and greater efficiency in the design effort. The monograph is organized into two
major sections that are preceded by a brief introduction and complemented by a set of
references.

The State of the Art, section 2, reviews and discusses the total design problem, and
identifies which design elements are involved in successful design. It describes succinctly the
current technology pertaining to these elements. When detailed information is required, the
best available references are cited. This section serves as a survey of the subject that provides
background material and prepares a proper technological base for the Design Criteria and
Recommended Practices.

The Design Criteria, shown in italics in section 3, state clearly and briefly what rule, guide,
limitation, or standard must be imposed on each essential design element to assure
successful design. The Design Criteria can serve effectively as a checklist of rules for the
project manager to use in guiding a design or in assessing its adequacy.

The Recommended Practices, also in section 3, state how to satisfy each of the criteria.
Whenever possible, the best procedure is described; when this cannot be done concisely,
appropriate references are provided. The Recommended Practices, in conjunction with the
Design Criteria, provide positive guidance to the practicing designer on how to achieve
successful design.

Both sections have been organized into decimally numbered subsections so that the subjects
within similarly numbered subsections correspond from section to section. The format for
the Contents displays this continuity of subject in such a way that a particular aspect of
design can be followed through both sections as a discrete subject.

The design criteria monograph is not intended to be a design handbook, a set of
specifications, or a design manual. It is a summary and a systematic ordering of the large and
loosely organized body of existing successful design techniques and practices. Its value and
its merit should be judged on how effectively it makes that material available to and useful
to the designer. : :
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SOLID ROCKET MOTOR
INTERNAL INSULATION

1. INTRODUCTION

Internal insulation in a solid rocket motor is a layer of heat-barrier material placed between
the internal surface of the case and the propellant. The primary function of internal
insulation is to prevent the case from reaching temperatures that endanger its structural
integrity;in addition, the insulation performs important secondary functions:

® Inhibits burning on certain propellant grain surfaces on which burning is
undesirable.

e Buffers the transmission of case strain into the propellant.
e Bars the migration of mobile chemical species within the motor.
® Prevents impingement of combustion products on the case.

® Seals the case, joints, and fittings to prevent loss of pressure and damage from hot
combustion products.

® Guides combustion products into the nozzle in laminar flow to the greatest extent
" possible.

Most insulator materials fail to perform one or more of the secondary functions, but if the
primary function is performed well, designers usually are able to modify the design or
provide other parts or materials to ensure the performance of secondary functions.

Two examples of insulation failures illustrate the range of problems that occur in the design
of internal insulation:

(1) Early Minuteman motors employed butadiene-acrylonitrile rubber (NBR)
insulation with double-base (DB) propellant. Insulation erosion measured after
static firing was several times the anticipated amount, and if the insulation had
been pared to flightweight thickness, the erosion would have caused motor
failure. The excessive erosion was attributable to the affinity of NBR for



nitroglycerin, the result being a material with high erosion rates. Substitution of
butadiene-styrene rubber (SBR), which absorbs much less nitroglycerin, reduced
the high erosion rates.

(21 Failures or severe problems in several large development booster motors (52-,
102-, and 156-in.* diam.) were attributable to solvent residue. The hand-layup
method for fabricating the insulation required a rubber solvent at the interfaces of
lavers of rubber to produce adhesion. When insufficient drying times were
allotted for cach laver, the insulation produced was high in solvent content.
Prosion during firing then was high, because the erosion rate increases as the
solvent content of elastomer increases.

This monograph, drawing on the extensive design experience accumulated in the
development of internal insulation for rocket motors, presents guidelines for avoiding
critical problems and indicates the approaches that lead to successful design. The
monograph is intended to be used in the design of insulators after the systems-integration
and -optimization work has been completed. The document is written with concern only for
desien of the insulator itself, and is organized to correspond to the logical design sequence:
selection of materials, evaluation of thermal environment, insulator design. insulator
fabrication and processing, and design verification. Sufficient detail is provided to assist the
designer in avoiding known design pitfalls, but no attempt is made to reproduce material
that is covered adequately in the references.

* -
Factors for vonverimg U8 customarny units to the International System of Units (ST units) are given in Appendix A.



2. STATE OF THE ART

The designer of internal insulation must perform the following tasks: (1) select the
insulation material, (2) establish the insulation thickness throughout the motor, and (3)
design flaps, joints, fillets, and inserts that are needed for proper insulator performance.
Figure 1 illustrates many of the insulation design features in solid rocket motors. Figure 1(a)
(aft section, multi-nozzle configuration) is typical of Minuteman motors; figure 1(b) (aft
section, submerged nozzle) is typical of Poseidon motors. The conocyl* grain slot in the
forward dome (nozzle is aft) of figure 1(c) (full section) is typical of Poseidon first stage.
The propellant slots at the tangent lines of the full section are typical of large segmented
motors. The heat-flux data in figure 1 present the rate at which heat is transferred to
insulation near these special design features. The variation in insulator thickness illustrated
in figure 1 is intended to allow for variation in time of exposure to the propellant
combustion products, variations in local heat flux and in particle-impingement effects, and
desired downstream flow patterns. Thicker insulation is needed in areas exposed to severe
conditions and in areas where streamline or other specific downstream flow effects are
desired.

Knowledge of insulator function is a prerequisite to both selection of material and thickness
design. Most current insulators for solid rocket motors function as heat barriers primarily
through the mechanism of ablation; i.e., the material absorbs heat by increasing in
temperature and changing in chemical or physical state, the changes usually being
accompanied by loss of surface material. The best current knowledge of the ablative
insulation function divides the material into three zones (fig. 2): (1) virgin-material zone, (2)
decomposition zone, and (3) reaction (or char) zone. The interfaces that separate these
zones are somewhat indistinct, but even so the zones can be defined by the principal
phenomena found in each.

In the virgin-material zone, the phenomena are relatively simple. The temperatures are low
" enough that changes in chemical properties of the material are negligible, and heat is
transferred by simple conduction.

In the decomposition zone, energy is absorbed by the fragmentation and scission of
molecules. As the temperature of the material increases, the decomposition reactions
become more vigorous and cause a substantial polymer weight loss. Decomposition of some
inorganic fillers also occurs, and occludeéd water is lost. Two energy-transfer modes are
present in the decomposition zone: (1) transfer by conduction, and (2) transfer by pyrolysis
and subsequent loss of hot combustion products. As the temperature of the reaction
increases, a large percentage of the total energy accommodated in the overall ablation
process is absorbed by cracking and heating of pyrolysis gases. The magnitude of the energy
absorption depends on the chemical content of the materials involved and on the
temperature at which the reaction occurs. In general, while a relatively small number of
decomposition reactions may be exothermic, the large majority of the reactions are
endothermic.

*Terms, symbols, materials, and abbreviations are defined or identified in Appendix B.
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In the char zone, phenomena are similar to those in the decomposition zone, the principal

difference being the particular reactions involved. The decomposition reaction produces a

residue that continues to decompose and finally yields a residue that is primarity elemental

carbon. Decomposition of inorganic components and pyrolysis gas cracking are also

characteristic of this zone. Cracking of the low-temperature pyrolysis gas may result in the
| deposition of carbon within the char layer, the so-called “coking™ effect. Static pressure.
mass flowrate, composition of the pyrolysis gas. and rate of temperature rise - all vary with
time in the char zone.

As exposure to the motor environment continues, surface material is eroded. The term
“surface regression™ is used to describe the total effect of various modes of surface loss.
These modes include the following:

(1Y Chemical effects:

® Surface chemical reactions of char-layer components with propellant gases
and particles (usually liquid).

® Subsurface reactions (usually  pyrolysis) in the char zone and the
decomposition zone.

(2) Physical effects:

@ Surface erosion due to particle impingement and shear stress imposed by
skin friction.

® Thermal stress induced by heat transfer.
® Subsurface weakening due to mechanical and thermal stresses in the char
layer and the decomposition zone: i.e., spallation due to internal pressure

created by pyrolysis gas.

(3) Combinations of chemical and physical effects.

2.1 GENERAL CONSIDERATIONS
2.1.1 Design Approach

As with many design procedures in which highly complex physical and chemical phenomena
arc involved. insulator design is based on theory, observations, and measurements of
material behavior and performance. However, the usefulness of material data depends on the

6



designer’s ability to relate the data to different motor conditions. An example of this point
was the redesign of the Scout vehicle. One of the proposed changes to an upper stage was
reduction of the nozzle throat diameter. The result of this change would be higher chamber
pressure, shorter burn time, and other conditions producing a more severe insulator service
environment for a shorter time. The more severe environment suggested that the insulator
should be thicker, but the shorter burn time lent some hope of compensating for the
environment. A purely empirical approach to redesign would have required test firings to
eliminate the uncertainty and determine the thickness needed. Instead, the semi-empirical
design approach outlined in figure 3* was used to prove quickly that no changes to the
insulator were necessary.

The design approach illustrated in figure 3 utilizes both theory and test history. The
insulation material performance history referred to in the figure is firing and test history
collected on the same material proposed for the insulator design. A discussion of the
theoretical portions of this design approach is presented in section 2.3; the empirical
portions are discussed in section 2.6. The marriage of theory and history takes place in the
char-rate correlations discussed in section 2.4.1.1.2; thermal design occupies the balance of
section 2.4.1. When thermal design requirements have been met, the thermal design must be
evaluated for its structural adequacy; structural design is discussed in section 2.4.2. Postfire
analysis is necessary to provide confidence in design adequacy and, in the event of
overdesign or underdesign, to facilitate re-design; section 2.6.1 discusses the tools and
methods used for postfire analysis.

When the prerequisites of the figure-3 design approach cannot be met because of data,
funding, or schedule limitations, the designer must modify his approach. If large quantities
of reliable data are available, the designer may make a somewhat less scientific but educated
interpolation or extrapolation of known data to the material performance at design motor
conditions. If little reliable data on the insulator material are available, the designer must
assume a more nearly empirical approach: (1) design an ultraconservative (thick) insulator
based on available information; (2) test fire a sufficient number of motors to evaluate
insulator performance, and (3) trim the insulator design thickness to the thickness that will
provide the desired thermal margin of safety (sec. 2.4.1.1). This last step is a vital part of
reducing motor inert weight to a minimum.

2.1.2 Motor Application

The design approach must emphasize the specific requirements for which the rocket motor is
to be used. For example, inert weight is more critical in upper-stage motors than it is in
lower-stage or booster motors, because excessive inert weight in the upper stage more
severely limits the range or payload capacity of the complete vehicle. The findings presented
in reference 1, in which the performance of a specific vehicle was examined, are an excellent
illustration of this fact. The results of the examination are shown in the following

*Symbols in figure 3 are defined in Appendix B.
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tabulation, in which both the rate of change of payload with change in inert weight

(AW, / AW, ) and the rate of change of ideal velocity with change in inert weight
(AV, 4o /AW ) are presented for a typical three-stage vehicle:
Stage 1 Stage 11 Stage 111
AWPL/AWinert , lom/lbm -0.0421 -0.2069 -1.000
Avideai AW inet ? ft/sec-lbm -0.2382 -1.1698 -5.6524

As shown, both overall vehicle payload and ideal velocity in the third-stage are 24 times
more sensitive to a change in inert weight than is the case in the first-stage motor. The
overall payload would be reduced 1 Ibm for each extra pound mass of third-stage inert
weight, whereas the overall payload would be reduced only 0.04 Ibm for each extra pound
mass of inert weight in the booster stage. Standard practice in material selection and
insulator design is to take into account this variation in sensitivity of performance to weight.

2.1.2.1 BOOSTER MOTORS

Since the performance of booster motors is relatively insensitive to extra inert weight, the
cost of insulation material and its installation is deemed more important than insulation
weight in booster insulator design. The currently preferred booster insulator materials are
elastomers, both heat-cured materials and mastics (sec. 2.2.1). The heat-cured material has
well-known performance characteristics, and processing methods for it have been well
established ; however, the hand-layup installation method frequently used in large motors is
expensive, usually costing about 35 percent more than installed mastic insulation.

2.1.2.2 UPPER-STAGE MOTORS

Since the performance of upper-stage motors is so much more sensitive to inert weight than
the performance of boosters, the insulator design that possesses the lightest possible overall
weight is the most desirable, as long as performance is preserved. The designer chooses a
material that combines performance and low density to produce the desired overall light
weight. In addition, the insulation configuration of upper-stage motors frequently is
designed to provide the least allowable insulation thickness on every portion of the interior
surface of the case. Such designs are based on the anticipated erosion and thermal
requirements of the chamber at each location within the motor, and the resulting internal
insulators continually vary in thickness (cross section). For example, the third-stage Athena
X-259 motor has a propellant grain that is slotted at the aft end. As shown in figure 4, the
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Figure 4. — Cross-section drawings showing increased insulator thickness
at slots in propellant grain (Athena X-259 motor).
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insulator is thicker near the slot tips than between the tips. Thicker insulation near the slot
tip compensates for the longer exposure of the insulation to combustion products that
results from early propellant burnout in this region.

2.1.2.3 THRUST-CONTROL MOTORS

Thrust-control or pulse motors create a difficult environment for insulation materials. A
service temperature range of —65° to +135°F at sea level and a much wider temperature
range in space are typical applications. In the air-launched category, the off time between
pulses is of very short duration, probably in the order of seconds. For space missions, the
off time between pulses varies from seconds to months, all in the hard vacuum of space.
Insulation materials must not be combustible, because during sea-level operation influx of
air can ignite hot combustible insulation. In space operations, the material is degraded by
outgassing. The only means of heat rejection in space is radiation; thus, all of the heat
absorbed during the motor thrusting period must be conducted to an outside surface and
radiated to space, the result being long heatsoak periods for the insulation. Sometimes the
motor is restarted while the insulation is still hot from the previous thrusting period; this
condition results in unusual thermal profiles and in thermal stress conditions not normally
encountered in single-pulse rockets (ref. 2).

2.1.2.4 SPACE-OPERATIONAL MOTORS

Four space-environment phenomena affect rocket motor insulation (refs. 3 and 4):
(1) Ionization radiation
(2) Electromagnetic radiation
(3) Temperature extremes

(4) Vacuum.
Ionization results from energetic atomic particles (protons and electrons) that exist
primarily in the earth’s radiation belts; beyond the outer belt, the damage potential from
ionization is much lower. Ionization damage is largely a surface phenomenon: the effects
decrease exponentially from the exposed surface to the rocket motor interior.

Electromagnetic radiation (excitation) emanates from the sun, and the intensity varies

inversely as the square of the distance from the sun. Degradation of rocket motor insulation
results primarily from radiation in the ultraviolet range; in the vacuum environment of space

11




this degradation increases elastomer weight loss. As with ionization, the damage is a surface
phenomenon. The effects of both types of radiation may be reduced or eliminated by
compounding or by shiclding. Shiclding can be provided by paint or spray-on coatings. The
motor case usually serves as a shield for internal insulation.

, Temperature extremes in space occur both as a result of thermal cycling in pulse motors and
as a result of radiation heat loss to space during storage. The low-temperature extremes may
be encountered in multipulse motors during long delays between pulses. During such
periods. nozzle components radiate heat to space, thereby cooling the internal insulation
components. The problems created are thermal expansion and contraction. structural
instability, and vulnerability to cracking during subsequent pulses.

Vacuum stability in space depends on insulator formulation and curing procedure.
Insulators are organic-based materials consisting of a binder modified by plasticizers.
processing aids, extenders, and curing agents, with filler material added principally as a
reinforcement. In general, the tighter the degree of insulator cure (more highly chemically
crosslinked). the better the stability in a vacuum: low-molecular-weight plasticizers in the
formulation affect the vacuum stability adversely. Low erosion rates observed in plasma-are
ablation tests also indicate good stability in hard vacuum (ref. §). One of the most obvious
effects produced by hard vacuum on insulation materials is the loss of surface volatiles and
entrapped  volatiles, including moisture and low-molecular-weight  materials  such  as
plasticizers. lubricating oils, and nonbonded diluents. The loss may occur as a result of
out-gassing, evaporation, or sublimation. Such weight loss does not significantly affect
mechanical performance.

In summary. the effect of space environment does not appear to be exceptionally
detrimental to shielded internal insulation materials; however, each mission encounters
unique combinations of environments that may prove to be significant. Very limited data are
currently available for assessing the effects of the space environment on insulator thermal
and ablative propertics: therefore, when unusual environments are predicted. the designer
must carefully evaluate the possible effects.

2.2 SELECTION OF MATERIALS

2.2.1 Insulators

Materials used as insulators for solid rocket motors usually are identified by a hvbrid name
(e.g.. asbestos/NBR) that identifies a filler or reinforcement material (ashestos) in a matrix
or binder (NBR) (sce fig. 2). Two classes of materials are used as binders for internal
insulation: elastomers and thermosetting plastics.



Flastomers. — An elastomeric material has the following basic characteristics (ref. 6):

® It is relatively soft, and its elastic modulus is low.

It will withstand very high strains, up to 900 percent.

It will return quickly to its original length following strain.

It is noncrystalline, and the glass transition temperature characteristic of the
material is well below the normal operating temperatures at which it will be used.

Filled elastomers are useful in internal insulation both because their thermal properties are
excellent and because their high strain capabilities allow the transmission of stress
concentrations to be diffused from the case into the propellant. Typical char and
decomposition patterns for three types of filled elastomers are illustrated in figure 5. Note
the differences in the postfire appearance of these materials, particularly the lack of surface

regression in figure 5(c).
/Receding surface .\

e ] I
4]
g
Char zone §
Decomposition zone ‘f"
AV V. VA W ¥ AN .S
=
Virgin material PR £
P) 0% o° -
Bond line 2 9 » - A
Case
{a) Asbestos/NBR {b) Silica/SBR {c) Boric acid/
NBR-phenolic

Figure 5. — Cross-section drawings showing appearance of three different insulators after firing.

Both the widely used heat-cured insulators and mastics are elastomers. The heat-cured
elastomers are filled with silica or asbestos or both, are molded or laid up by hand, and are
cured at approximately 300°F and 100 psi; the mastics, generally filled with asbestos, are
cast or troweled in place and are cured at or near room temperature and pressure. Typical
properties of filled heat-cured elastomers and mastics used as insulators are presented in

table I.

13
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Heat-cured insulators have been fabricated from binders of NBR, SBR, butyl, EPDM,
polysulfide, silicone, and urethane in combination with a wide variety of fillers. The base
polymers generally are used with propellants in the following combinations: NBR with
composite propellants; SBR- or NBR-phenolic with double-base propellants; and butyl,
silicone, or EPDM elastomers in low-temperature applications with either type of propellant.

The mastic-type insulators gained wide attention during the development of the large solid
motors. Mastic materials developed, evaluated, and used in these booster motors (refs. 7, 8,
and 9) usually employed PBAA, PBAN-epoxy, and NBR-polysulfide-epoxy as binder
systems. The fillers were primarily asbestos and carbon black.

Ablative performance of a typical mastic insulation material is illustrated in figure 6, and for
comparison, the performances of a silica-loaded NBR, an asbestos-loaded NBR, and a
silica/phenolic insulator are included. These curves indicate that the mastic insulator
performs about the same as the standard heat-cured elastomeric insulator (asbestos/NBR)
for a combustion-products mass flux range of 0.3 to 0.7 lbm/in.? sec. At higher and lower
mass flux, the mastics compounded thus far have exhibited ablation rates lower than those
of the heat-cured elastomers.

Notes:
40 e Data are from motors using aluminized
composite propellants.

o The relationship between ablation rate and mass flux
was calculated from average motor pressure and ablation-
rate-vs-Mach-number data.

30
° © Ssilica/NBR
§ A Ashestos/NBR
E O Mastic f
% O silica/Phenolic /
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Local mass flux of propeliant combustion products, Ibm/in.2 - sec

Figure 6. — Average ablation rates for typical insulators as a function of mass flux of combustion products.
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Thermosetting plastics. ~  The second class of material used for internal insulation is
reinforced thermosetting plastic. The binder resin used in this application is usually a
high-temperature phenolic, although phenykilune and polyamide-modified phenolic have
also been used. The resin typically is filled with silica, ashestos, nylon, carbon, or glass cloth
or fiber. Typical properties of filled plastics used as insulators are shown in table 11,

Because shear forces applied by high-velocity flow of combustion products can mechanically
remove the char layer, the shear strength of the insulation char layer is an important design
consideration. For high-mass-flux conditions ( 1.3 Ibm/in.2-scc), the strength of the char
layer is vital. Char-laver strength in turn is greatly dependent upon the orientation of
reinforcement material with respect to combustion-products gas flow. Randomly oriented
reinforcement material produces relatively weak char, while a reinforcement material
oricnted perpendicular to the gas flow produces a strong char because each fiber is
continuous through the transition zone and is individually anchored to virgin material (ref.

10).

Reinforcement materials may be asbestos, nylon, carbon, or zirconia in the forms of bulk
fiber, batt, cloth. sleeving. yarn, flakes, or felt. The reinforcement may be built up by
lamination or molding. Various schemes are used to orient reinforcement materials so that
optimum thermal properties may be obtained. These include (1) rosette layup. (2)
parallel-tocenterline layup, (3) tape wrap, and (4) 3-D weaving. In comparison with
elastomers, the reinforced plastics are hard and brittle, but a more flexible product can
sometimes be produced if modifiers are added to the binder resin. Elongations in reinforced
thermosetting plastics range from 0.02 pereent to SO percent, the value depending upon
degree of modification of the base resin. The ablation rate of reinforced plastics generally is
lower than that of the elastomers (fig. 6), and the plastics are more dense. Plastics are in
limited use for internal insulation, but are valuable in applications where insulators will be
exposed to gases at relatively high temperatures (2000° to 6000°F) and to high local mass®
flux of combustion products (> 1.3 Ibm/in.?-sce): for example, protrusions or irregular
features of the internal motor surface are best insulated by reinforced plastics. The use of
reinforced plastics in current rocket technolopy is discussed in detail in references 11 and
12.

In addition to weight and cost considered as discussed previously, other factors that are
involved in selection of insulator materials are thermal properties. mechanical properties,
compatibility with other rocket motor materials, and relative performance in screening tests.
Fach of these subjects is covered in the paragraphs that follow.

2.2.1.1 THERMAL PROPERTIES
Several phenomena are involved in insulation thermal performance: (1) energy transfer from

the combustion-gas/particle cloud to charred insulator surface, (2) encrgy absorption
capacity of insulation material, (3) mass transfer of pyrolysis products, (4) energy transfer
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from char surface into uncharred insulation, (5) energy conduction through uncharred
insulation, and (6) the adherence of char layer to uncharred material. The encrgy transfer
from the gas cloud to the insulator surface is discussed in section 2.3.2. Simple conduction
of heat through a material is discussed in a number of textbooks on heat transfer (e.g., ref.
13).

As noted, insulation absorbs cnergy by the following mechanisms: (1) heating of the
material. (2) phase changes in the material, (3) pyrolysis of the material, and (4) heating of
the gascous products of both pyrolysis and phase changes. Energy-absorbing phase changes
are melting, vaporization, and sublimation. Heats of melting, vaporization, and sublimation
arc measured by standard calorimetric methods, differential thermal analysis (DTA), and
thermogravimetric analysis (TGA) (ref. 14). Pyrolysis is the thermal decomposition of
polymers and fillers. Pyrolysis is studied by determination of heat dissipation (Btu/lbm),
identification of decomposition products, studies of reaction kinetics, and studies of solid
residues produced from a sample in an arc-image furnace (ref. 14).

Most of the material propertics and tests listed above are used in rescarch and development
on new materials. Insulator design, however, is not often based on research data. Design data
usually come from subscale or full-scale firings. Data correlations used for design relate
surface regression rate to thermal diffusivity, emissivity, and density of the insulator and to
combustion-pas conditions (pressure, temperature, velocity, and emissivity). Thermal
diffusivity x is defined as follows:

x = K )
Go
where
X = thermal diffusivity, ft? /hr
k = thermal conductivity, Btu/(ft-hr-°F)
C; = specific heat at constant pressure, Btu/(lbm-°F)

p = density, lbm/fi?

Thermal conductivity k and specific heat (‘,p arc mcasured by standard calorimetric
methods. Emissivity (i.e., total hemispherical emissivity) is the adjustment made to the
Stefan-Boltzmann equation for radiators that are not black bodies (sec. 2.3.2.2); emissivity
values are obtained by methods such as those described in reference 14.



2.2.1.2 MECHANICAL PROPERTIES

Mechanical properties of insulation materials are a measure of the behavior of the material
in response to applied forces. Knowledge of these properties is required for structural
analysis of insulators. Material evaluation, processing studies, and quality control
specifications also require data on mechanical properties. Appropriate physical-property
tests conducted as specified by ASTM* or ICRPG** are used for different classes of
materials. Physical-property tests for both propellant and propellant-to-insulator bond
system (case bond) are conducted because data for each are required for structural analysis
of the insulator.

The specific data on insulation-material mechanical properties used for structural analysis of
the insulator depend on both the degree of sophistication of the analytical technique and
the specific insulator design being investigated; e.g., stress-relaxation testing of materials is
performed only when viscoelastic stress analysis of the insulator is to be performed, and
“poker-chip” testing (ref. 16, sec. 4.5.5) of bond systems is applicable only when features
that create stress concentrations in the insulator are absent.

Data on propellant properties used for structural analysis of the insulator include results
from constant-crosshead-rate tensile tests, stress-relaxation tests, and bulk-modulus
measurements. Metal-case data needed to analyze insulation performance include tensile
modulus and Poisson’s ratio; composite-case data needed are two tensile moduli (axial and
transverse), Poisson’s ratio, and shear modulus.

Uniaxial and triaxial tensile tests in addition to shear and peel tests are used to evaluate
bonded interfaces such as the chamber-to-insulator bond surface. Thermal-expansion tests
provide data used to calculate thermal stresses within the material.

Additional information on solid propellant structural integrity analyses is presented in
reference 17.

2.2.1.3 COMPATIBILITY OF MATERIALS

An insulation material is selected only after thorough investigation of its chemical
compatibility with both the propellant and sealants that are to be used together during
motor fabrication and throughout the life of the motor. Compatibility in two general areas
is considered: (1) the case-bond regions where one insulation surface is bonded to the case
and the other is bonded to the propellant, and (2) the flap regions of the motor where one
insulation surface is bonded to the case or propellant and the other is exposed to the storage
environment. In the case-bond regions, each component must be compatible with every

, "ASTM test methods are listed in reference 15.
ICRPG test methods are described in reference 16.
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other component it contacts. In the flap regions, each component must be compatible with
its substrate and, in addition, the combination must be compatible with the local
atmosphere.

Compatibility of materials in and around case-bonded insulators is significant either because
of potential migration of propellant plasticizers or burning-rate modifiers to the insulation or
because of reactions between contaminants, migrating ingredients, and other components
(ref. 18). These phenomena contribute to several failure modes. including reduction of bond
strength and deterioration of insulation thermal and physical properties. For example, when
double-base propellant and cellulose acetate (CA) are in physical contact or even in
vapor-phase contact (e.g., when sealed in the same motor), plasticizers will migrate between
the two polymer phases until partition equilibrium is established. Thus, nitroglycerin (NG)
ultimately will appear in the CA, even though it was present originally only in the
propellant, and dicarbitol phthalate will appear in the NG phase even though present
originally only in the CA phase. The deleterious effects are degradation of the specific
impulse of the propellant and degradation of the physical properties of the CA. Cellulose
acetate and NG are compatible in the sense that they do not present a thermal instability
problem, but they are less than compatible in the sense of being free of problems that affect
ballistics and physical propertics. Cellulose acetate is not used in thin sections, and its use in
intermediate thickness sections is carefully analyzed.

Nitroglycerin is absorbed by other ester-type polymers used in motors (e.g.. NBR.
scam-scaling compound, polyurethanes, and polyesters). Polaris and Minuteman motors
were plagued with a sticky brown liquid formed by deterioration of polvurethane potting
compound. The potting breakdown was caused by a complex reaction involving zinc and
was complicated by the migration of NG.

Typically, SBR is selected for use with highly plasticized double-base propellants because of
resistance to NG migration (ref. 19). Migration-inhibiting barrier coats are used with both
composite and double-base propellants.

Long-term-aging studics indicate that the minimum standard for compatible
propellant/insulation systems is that insulation degradation must be negligible for at least
five years, as shown in both motor tests and laboratory programs (ref. 19).
Accelerated-aging tests are conducted at elevated temperature, and propellant/insulator
compatibility is evaluated by use of the Arrhenius relationship (as described for
solid-propellant aging in ref. 16, sec. 7). This method allows for extrapolation to
ambicnt-temperature aging, and the results are in general agreement with the corresponding
long-term-aging results,

During installation and storage, insulators are degraded by reaction with ozone in the
atmosphere. The effect has been especially prevalent in regions of high ozone concentration
such as Los Angeles. Numerous studies indicate that moderately strained elastomers



(elongation < 10%) and unvulcanized stock are not attacked by ozone. The important
factors affecting stressed vulcanizates are exposure environment, polymer type, compounding
variables, state of cure, and protective agents (ref. 20).

The two failure modes associated with degradation during storage are (1) deterioration of
both mechanical and thermal properties, and (2) cracking of insulation that may result in
both exposure of the propellant in the flap region and exposure of the case in case-bonded
areas. The primary problem encountered is insulator cracking during the fabrication and
installation sequences in high-ozone regions.

To prevent deterioration caused by ozone, antioxidants such as diphenylamines, waxes,
cresols, quinolines, alkylated phenols, and phosphites sometimes are compounded into the
elastomer. Strain is precluded by using contoured shipping supports. Protective coatings and
sacrificial packings are widely used for protection during shipment and storage, but
processing in high-ozone environments is avoided. The selection of either silicone rubbers or
ethylene-propylene rubbers ensures resistance to storage-environment aging due to the
presence of ozone. Numerous laboratory aging programs and motor test programs attest to
the adequacy of currently used elastomeric insulators when exposed to air for periods up to
5 years (ref. 19). On a relative basis, the performance of commonly used materials in
resisting ozone attack is (from best to worst) silicone, EPR, EPT, butyl, NBR, and SBR (ref.
21).

2.2.1.4 SCREENING OF MATERIALS

Candidate insulation materials are screened by oxyacetylene torch tests (ref. 22), plasma-arc
tests (ref. 2), and subscale motor tests. The first two methods are adequate for preliminary
screening of insulators and for early evaluation of adhesives and sealants, but subscale
motors are used for final screening and for evaluation of material thermal and ablative
properties for design purposes.

In subscale motor tests, material samples are placed inside a test motor at locations that
represent as closely as possible the expected use environment. One such test motor is
illustrated in figure 7. The motor has test specimens bonded into asbestos/phenolic holders
designed to expose the specimens at least three levels of exhaust-gas velocity. Nozzle throat
size, internal pressure, and firing duration are adjusted to approximate the full-scale motor
conditions.

Figure 7 also illustrates two basic problems with subscale test motors: (1) samples located in
the test section ablate and change the gas composition and temperature to which
downstream samples will be subjected; and (2) a poor material in the test section will erode
quickly and leave a step, which in turn disturbs flow so that other samples erode more
quickly.
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Other examples of subscale motors are presented in figures 8 and 9. The motor in figure 8 is
designed specifically for obtaining particle-impingement data; the design in figure 9
emphasizes comparative data on the effects of high and low gas velocity. The motor burmn
time in figure 9 is adjusted by changing the length of the grain.

Subscale tests yield relative values of erosion and char losses that are suitable both for
screening candidate materials and for providing a basis for design of the full-scale insulation
system. However, subscale data do not always correlate well with the performance in
full-scale motors, so that full-scale testing of relatively new insulation materials or unusual
designs is necessary in order to verify the adequacy of the insulation-system design.

2.2.2 Adhesives, Liners, and Sealants

An adhesive is a material applied between components to bond the components together
structurally; a liner is a thin layer of adhesive specifically used to bond the propellant to the
case or to the insulator. A sealant is a liquid-solid mixture installed at joints and junctions of
components to prevent gas flow. Careful selection of these materials is an important part of
insulator design; the characteristics of each material required for successful use are discussed
below.

2.2.2.1 ADHESIVES
An adhesive performs the following functions (ref. 23):

(1) An adhesive wets the substrates at the time of application by being sufficiently
fluid to come into intimate contact with the adherends.

(2) An effective adhesive ““sets” or hardens to give a bond line that is both strong and
tough. Strength depends on the adhesives being transformed from the fluid state
(which counteracts adherend roughness and absorbed boundary layers) into a
structural solid. Toughness is 2 more complicated property; it is the work done to
failure and is a function of tensile strength and elongation. Toughness may be
measured as impact strength under a high rate of loading. :

(3) A useful adhesive is noncorrosive to a metallic substrate. However, the proper
primer can effectively block the action of a corrosive adhesive on a metallic

substrate.

In selecting an adhesive for either fiberglass or metal rocket motor cases, a number of
important parameters that relate to the specific application are considered. These
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parameters are (1) strength requirements and mode of stress application to the bonded joint,
(2) temperature requirements, (3) processing requirements, (4) availability of tooling and
facilities, and (5) use environment.

The strength requirements of an insulator joint depend not only on the adhesive but equally
as much on joint geometry-and the mode for stress applications. Generally, thermosetting
adhesives are not greatly extensible, but are considerably stronger than the elastomeric

adhesives.

If the stresses imposed on the bond are shear or tensile, the thermosetting plastic
outperforms the elastomers under ideal conditions, especially at high temperatures.
However, bending moments imposed on the structural-type bond grossly and adversely
affect insulator joint strength, because the nonextensible adhesives do not permit an equal
distribution of peel forces as do the elastomers. If the principal load is in the peel mode, or
if considerable bending moments are imposed on the bonded configuration (ref. 24), the
heat-cured elastomer is the better of the two types.

The requirement for performance at relatively high temperature generally favors selection of
thermosetting adhesive, primarily because the thermosets are extensively cross-linked
systems in comparison with the elastomers, and they retain a greater degree of internal
cohesive strength. The nature of the thermosets, in addition, renders them infusible, not
prone to run or soften to the same extent as elastomers.

Insulator processing requirements include careful surface preparation, control of the pot life
of the adhesive, and control of bondline thickness. These factors are evaluated for any
adhesive application and become the basis for processing specifications. The creation of an
effective bond is accomplished by compliance with the foregoing requirements. However, it
is also important to assess processing capabilities realistically under normal shop conditions,
which may not allow application of the entire laboratory bonding procedure. As an
example, process-variables studies, as reported in references 25 and 26 for an epoxy
adhesive, indicate that joint strength depends greatly on bondline thickness as well as on
cleanliness and service temperature.

The insulator layup process includes (1) applying layers over a mandrel, (2) stitching layers
together with special tools and rollers, (3) installing vacuum bag and bleeder cloth, and (4)
ouring in an autoclave. With the layup process, not only are the layers cured in proper
alignment but also the amount of entrapped volatiles is lessened. Large insulator parts that
cannot be accommodated by an autoclave or small areas in need of repair may be more
conveniently and practicably joined by room-temperature-curing thermosetting adhesives,
provided, of course, that the mechanical and bond properties achieved with a
room-temperature cure are commensurate with the thermal and mechanical stress
requirements of the assembly.
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The bonding of elastomeric insulation to metal cases is complicated by extreme variation in
the chemical and physical propertics of the elastomers. Inclusion of processing aids,
plasticizers. and antiozonants in the elastomer weakens the bond or even renders the
bonding of some materials improbable. Therefore, the adhesive used must readily wet the
metallic substrate and yet contain reactive specics common to or compatible with the
elastomer. Generally, bonding NBR to metal motor cases is less complicated than bonding
neoprenes, SBR, or butyls. Flastomers newer to rocket motor applications (e.g., butyl,
EPDM. or silicones) may present formidable bonding problems not yet encountered.

Chemical compatibility problems resulting in material migrations also complicate bonding of
insulation to fiberglass rocket motors cases. Here the difficulty arises from the chemical
incompatibility between the resin used in the fiberglass composite and the elastomeric
binder. Therefore, the migration of reactive species usually is evaluated. In addition to the
migration problem, bonding studics of glass cases have shown that cured elastomers are
harder to bond than uncured; elastomer surface preparations are more critical than those for
metal cases: and the bondline strain is significantly higher than that with metal cases. The
majority of insulators, therefore, are abraded and bonded to the glass case. In some
instances. a coupling agent consisting of the same resin used in the glass composite is
sprayed over the insulator before fiberglass strands are wrapped onto the insulator.

The adhesives most frequently used in insulator fabrication are cpoxies and elastomer-based
materials. Because most adhesive bonding is done on the backside of the insulator next to
the case structure, the operational temperature requirements of an adhesive used in rocket
motor internal insulation usually are less than 250°F. If the adhesive at the backside is
exposed to a temperature greater than 250°F, the insulator has failed to protect the case
structure. Therefore. epoxies, because they are useful at 250°F or less, are the most
frequently used adhesives. The most commonly used cpoxy hardeners are aromatic amines
and cyclic anhydrides. Other resins occasionally are blended with cpoxics to obtain special
properties. For example. epoxy-polysulfides often are used as insulator materials because
they combine the toughness and elasticity of polysulfide with the strength of epoxy. It
should be noted. however, that most of the insulator materials are compounded with an
adhesive matrix and therefore do not require the use of additional adhesive to secure an
adequate bond to the case.

Nitriles and ncoprenes frequently are used as a base for elastomeric adhesives, usually where
considerable elongation is required. One type of clastomer adhesive is created by masticating
the clastomer and dissolving it with an appropriate solvent such as methyl ethyl ketone or
toluene: such adhesives cure by solvent evaporation. Other adhesives, however, are cured at
clevated temperature after the addition of a sulfur-bearing compound that promotes
polymerization (vulcanization). Vulcanized adhesives frequently are used in splicing or
bonding rubber-to-rubber joints.



2.2.2.2 LINERS

Most current solid rocket motors are case-bonded, which means that, for support and
control of the burning surface, propellant is bonded to the case through the insulation.
Some propellants are bonded directly to selected insulation materials, but the achievement
of composite propellant/insulation bonds of adequate strength generally requires the use of
a thin, intermediate adhesive layer called a liner. The liner/propellant bond must be strong
enough to withstand all anticipated stresses including the stresses induced by thermal
cycling, normal handling and storage, and rapid pressurization on motor ignition. The liner,
in areas where the insulator is very thin, is subjected to strain essentially equal to the strain
that the case undergoes. The failure of any significant area of the propellant-to-insulator
bond can introduce an unprogrammed propellant burning surface, the result being abnormal
ballistic performance or, even worse, rupture of the case as a result of overheating or
overpressure. Therefore, selection of a liner for a given motor application is not made
without consideration of all elements of the bonding system (i.e., case, insulation, liner, and
type of propellant).

Although a vast amount of effort has been expended to improve the strength and reliability
of propellant-to-insulator bonds, only a limited understanding of the basic chemical factors
that influence solid propellant adhesion currently exists. An a priori selection of a liner for a
particular motor application generally is not possible (ref. 27). Most motor programs
therefore include a liner selection effort.

Ideally, it is desirable from the standpoint of simplicity and reliability to bond the
propellant directly to the insulation without using a liner. The feasibility of this practice
normally is evaluated as the first step in the selection of internal motor insulation.

There is general agreement that the strength of all bonded interfaces in the bonding system
should exceed the cohesive strength of the propellant (refs. 24 .and 28). If this condition
cannot be achieved by the direct bonding of propellant to insulation, an evaluation of liners
to promote adhesion is undertaken. The two factors considered in assessing the adequacy of
a liner are (1) bond performance in all environments, and (2) ability of the liner to survive
motor-processing steps without damage.

The best composite propellant bonding generally is obtained by using a liner based on the
same polymeric binder used in the propellant in question. Processing, cure, and mechanical
properties of the liner are controlled by the addition of relatively small amounts of
powdered fillers. Colored fillers sometimes are used to aid in determining uniformity of
application; thixotropic fillers frequently are used to provide resistance to sagging. The
method of liner application influences the selection of filler type and content because
different flow characteristics are required for trowelling, spraying, spinning, and other
operations. For instance, tape fillers are an illogical choice of filler for an insulation material
applied by spraying but may be acceptable for fillerin a pressure-cured insulator. Long-fiber
asbestos may be acceptable in a trowelable insulation formulation but troublesome in
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castable materials. Generalizing, finelydivided fillers are acceptable in any insulation
material; woven or long-fiber fillers, however, are best in material-application methods for
which flow characteristics are not critical.

The physical propertics of a liner are dependent on the curing-agent concentration and fitler
type and content. Both hard. fully-cured liners and soft, semicured liners are used in the
industry. As yet there is no consensus as to which type is more effective in creating the
strongest bond. Semicured liner bonds are developed during simultancous cure of propellant
and liner, but the life of the exposed! iner usually is limited. The liner therefore may require
a supplementary wash coat in the event of an unexpected delay in casting.

The state of cure of the propellant immediately adjacent to the propellant/insulator
interface is one of the more important conditions contributing to bond strength. Two
methods of insuring a good propellant cure at the bond interface are (1) the use of wash
coats that consist of curing agents with or without a catalyst, and (2) the incorporation of a
propellant cure catalyst directly into the liner (ref. 27).

Double-base (DB) or composite-modified.  double-base  (CMDB) propellants, unlike
composite propellants, normally are not used with an elastomeric liner. Although DB or
CMDB propellants will bond to some elastomeric liners, the chemical stability of the bond is
not satisfactory because the plasticizers and solvents used in such propellants migrate into
the liner and cause degradation. The two most common methods currently used to bond DB
or CMDB propellants to insulation are the powder-embedment technique and the
coupling-fayer technique. In the powder-embedment technique (ref. 29), a layer of casting
powder granules is bonded to the insulation with an epoxy resin. The motor is then filled
with casting powder and the casting solvent is introduced. The propellant-to-insulation bond
is formed as the propellant cures, and the embedded casting powder becomes a part of the
propellant grain. The epoxy resin used to bond the casting powder to the insulation also
serves as a barrier to inhibit plasticizer and solvent migration across the bond interface into
the insulation. In the coupling-layer technique, the insulator is chemically bonded (coupled)
to the propellant (ref. 30). The chemical bond is obtained by applyving a thin laver of
polymer to the insulator prior to propellant casting. One such method utilizes a triple layer
of polymers. A layer of triisocvanate primer is applied to the insulator, followed by a layer
of ncoprene and then a layer of vinylchloride vinyl acetate copolymer. This triple coupling
layer, which is about four mils thick. provides not only bonding but also resistance to
plasticizer migration. The coupling-layer technique is simpler than the powder-embedment
process: in addition. it decreases the inert component weight and volume and also provides
better low-temperature properties.

2.2.2.3 SEALANTS

A seam-scaling compound functions as a potting compound (filler) between insulation and
propellant shrinkage liner and. as such, must possess sufficient ablation resistance to prevent



localized high erosion on the surface when subjected to the rocket motor environment.
Adequate mechanical properties also are important in preventing joint separation. The
important properties in selecting a sealant are ablation characteristics, tensile and tear
strengths, elongation at tensile failure, adhesive quality, and chemical stability. The
requirements for these properties are determined from stress analysis of the joint that is
based on the assumption that the most stringent conditions exist.

In general, high-strength sealants such as polyurethanes, polysulfides, and epoxies are used
only where subsequent disassembly and inspection of the interface is not a requirement and
will not likely occur. The materials most frequently used as sealants are a noncuring
chromate putty and the room-temperature-vulcanizing (RTV) silicone rubbers. Like the
primary insulators, such compounds must have low ablation rates. Allowable ablation rate is
determined by the insulation with which the sealant is used. Noncuring chromate sealant,
sometimes referred to as a vacuum-bag sealing compound, is a blend of a synthetic resin and
asbestos, titanium dioxide, and yellow chromate fillers compounded into a nonhardening
material that retains its physical characteristics over a wide temperature range and resists
ablation well (ref. 31). The RTV silicones, which perform better than the chromate sealants,
are characterized by good adhesion to most surfaces (400 to 500 psi bond tensile), moderate
tear strength (50 to 130 psi), low shrinkage, and excellant low-temperature and

environmental-resistance properties.

2.3 EVALUATION OF THERMAL ENVIRONMENT

The insulator designer must know the internal thermal environment of the motor before he
can begin his design effort. In particular, he needs to know the composition, temperature,
viscosity, and thermal conductivity of the combustion products. Armed with this
information, he can determine not only flow fields and heat-transfer rates but, ultimately,
the insulator thickness needed at all internal locations to thermally protect the rocket motor

case.

2.3.1 Combustion-Products Analysis

2.3.1.1 TEMPERATURE AND COMPOSITION

The equilibrium temperature and composition of the complex mixture of combustion
products in a rocket motor chamber are calculated with the use of thermochemical
information obtained from references 32 and 33. Each chemical species that is formed from
the propellant ingredients and for which thermochemical data are available normally is
included in the equilibrium calculation. Additional data used in equilibrium studies are
average chamber pressure, propellant formulation, and ingredient heats of formation. The
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chamber pressure is averaged over the total burn time or any segment thereof. Most
commonly, equilibrium conditions are calculated by minimizing the Gibbs free energy for
the spectrum of chemical species present and using the method of steepest descent (ref. 34).
Because of the many species present in solid-rocket combustion chambers, this calculation is
performed on a digital computer. Examples of computational methods are given in
references 35 and 36. After equilibrium composition is calculated, other properties such as
molecular weight. density, specific heat, and specific-heat ratio usually are determined by
summing the weighted contributions of cach species in the mixture. These calculated
properties are used, along with combustion-product temperature, in subsequent calculations
of transport properties, gas flow, and heat transfer.

2.1.3.2 TRANSPORT PROPERTIES

Transport  propertics  of the combustion  gases  are used in calculating  local
convective-heat-transfer coefficients. Transport properties are gas viscosity and thermal
conductivity at the temperature and pressure of the combustion products in the chamber.
Such properties are determined for each gas species by using collision integrals for the
Lennard-Jones potential (ref. 37) and tabulated force parameters (ref. 38) together with the
Chapman-Enskog kinetic theory of gases (ref. 39). This theory has been extended by Curtiss
and Hirschfelder (ref. 40) to include multicomponent gas mixtures. However, an adequate
approximation usually is made by using the semi-empirical formula of Wilke (refs. 41 and
42). The condensible  combustion  products  have a  negligible effect on  the
convective-heat-transfer coefficient because their volume is less than one percent of the total
gas volume: therefore, these products are not included in the transport-property
calculations.

2.3.1.3 FLOW FIELD

A flow-field analvsis of motor chambers is conducted to define local mass fluxes. Mass flux
of combustion products, the product of local density and velocity, is required information
for convective-heat-transfer coefficient and flow-field particle trajectory calculations. Two
methods commonly are used to calculate local subsonic flow conditons. The first method,
an analvtical solution of the cquations defining potential flow in a system, is the usual
method for flow-field analysis. The general flow equations are simplified mathematically
(ref. 43} for subsonic velocities by assuming that flow is inviscid and irrotational. With such
a simplification. the equations can be solved for two-dimensional axisymmetric or planar
flow by numerical methods. Analysis of end-burning motors with a Iength-to-diameter ratio
greater than three (frequently found in test motors) is valid when the general flow equations
further simplified to one-dimensional flow are used. Flow near logitudinal propellant slots,
regions near multiple nozzles, and other geometrically complex locations are not adequately
defined by two-dimensional analysis, but require a three-dimensional mapping for accurate
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description. By the assumption of incompressible flow, the general flow equations reduce to
Laplace’s equation for velocity potential, which is solvable in three dimensions. The
assumption of incompressible flow introduces an error of less than five percent for Mach
numbers up to 0.3. State-of-the-art potential-flow solutions and conservation-equation
solutions provide streamlines, Mach numbers, temperatures, and pressures for the flow in
the entire chamber.

The second method that has been used to define the chamber flow field is cold-flow
modeling, an experimental technique for analyzing complex flow. To define local flow
conditions, scale models representing the particular grain and chamber design are
constructed and instrumented with thermocouples and with static and dynamic pressure
probes. Usually it is impossible to adjust flow conditions in the model to simulate both the
Mach number and the Reynolds number of the full-scale motor while keeping conditions
within the limitations of laboratory-scale equipment; therefore, the designer chooses (1) the
Reynolds number when boundary-layer flow is of principal importance, or (2) the Mach
number when flow outside the boundary layer is to be examined. Compressed air is fed
through the model at the temperature, static pressure, and mass flowrate that will adjust the
chosen parameter to the desired value. Local velocities then are calculated with the use of
the experimentally determined temperatures and pressure. This method does not depend
upon assumptions of irrotational, inviscid, and incompressible flow. Its accuracy is limited
by the motor characteristics that cannot be reproduced in the model, e.g., the effect of heat
losses in the motor and the variation of model air input distribution from the gas
distribution produced by the burning propellant.

2.3.2 Heat-Transfer Analysis

Heat-transfer mechanisms in a rocket-motor combustion chamber are affected by the
chamber heating environment, chamber geometry, and type of insulation material selected
for thermal protection of the case structure. The chamber heating environment is defined in
terms of gas transport properties, operating pressure, flow-field patterns and velocities, and
gas particle distribution and behavior. When these parameters are adequately defined, the
heat-transfer rate from the gas/particle mixture in the chamber to the insulator (wall) may
be calculated.

The basic mechanisms by which heat is transferred to the insulator are as follows:

(1) Convection from the gas/particle mixture, q_ .

(2) Radiation from the metal-oxide particles, q_,

(3) Impingement and deposition of the burning metal and metal-oxide particles, qpa,
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The total rate of heat transfer q from the chamber-gas/particle mixture per unit area of
insulator wall is the sum of the convective, radiative, and particle heat-transfer rates per unit
arca (heat fluxes):

. - . . 7
q(u! qcnn + qxad t qur )

where all heat fluxes are expressed in Btu/(ft? - hr).

The total heat flux thus determined is used either directly or indirectly in calculations to
determine temperature rise at the insulator/chamber bondline and through the chamber
wall.

Various methods of analysis are used in the industry to evaluate each of the three modes of
heat transfer. These methods are discussed in the following paragraphs.

2.3.2.1 CONVECTION

The convective heat flux often is needed to evaluate heat transfer from the gas/particle
mixture to the insulated chamber wall. In satellite motors or start-stop motors. convective
boundary conditions are required for determining postfire equilibrium conditions. In either
case, the convective-heat-transfer rate per unit arca usually is written as the product of the
heat-transfer coefficient and a driving potential (which is defined for rocket-motor chamber
conditions as the difference between the temperature of the wall of the insulated chamber
and the theoretical temperature of the combustion gas):

Qon = hion (Tg - T.) 3
where
h_, = convective-heat-transfer coefficient, Btu/(ft2- hr - °F)
Tg = theoretical temperature of combustion gas, °F
T.. = temperature of chamber wall (i.e., the insulator), °F

»w

With the driving potential defined, all that is necessary to complete the determination of the
convective-heat-transfer rate is a method for predicting the convective-heat-transfer
cocfficients. Results from references 44 and 45 show that convective heating at various
locations in a rocket motor may vary by a factor of two or more, the variation depending on



‘complex interacting phenomena such as chemical reaction, mass flow, turbulence, secondary
flow, flow nonuniformity, and surface discontinuities — all of which influence the chamber
convective heat transfer. An analytical solution that treats each of these conditions has not
been feasible. However, by considering the dominant nature of certain of these phenomena,
which depend on motor geometry and chamber heating environment, and by relating them
to experimental data, it has been possible to develop prediction methods that produce
satisfactory results.

The simplest and most extensively used method for predicting convective-heat-transfer
coefficients is the equation given in reference 44, which was developed by relating axial
variation of heat flux to mean mass flux at each axial location. This equation is not valid in
regions of undeveloped, secondary, separated, or vortex flow. Heat-transfer coefficients
calculated for regions of subsonic flow by the equation of reference 44 generally are lower
than measured values (refs. 44 and 46). Other modifications to the equation of reference 44
are (1) correction for undeveloped-flow length, and (2) use of hydraulic radius for
noncircular flow areas such as finned ports. Much of the data in reference 46 is correlated
with the use of a Stanton number. The evaluation of Stanton number in combustion
chambers is discussed in reference 12, which also contains criteria for evaluating
laminarization of the boundary layer.

A more rigorous method of predicting heat-transfer coefficients in the chamber is the
boundary-layer-growth method derived in reference 47. Although this procedure was
developed for axisymmetric nozzle flow, it is applied to chambers when the chamber
envelope forms a continuous upstream extension of the nozzle. Thus, this method is not
applied directly to any chamber that has complex geometrical features such as noneroding
grain restrictions, submerged nozzles, or insulation discontinuities. '

A more sophisticated method of predicting heat-transfer coefficients in a rocket motor
chamber is presented in reference 48. This work included modeling and modeling analysis;
the development of a heat-transfer and ablation computation method with various analytical
techniques and geometry inputs arranged into computer programs; and the application of
stress analysis to the concentric cylinder configuration of the nozzle throat area and the
aft-closure shell. Modeling and computations were confined to 55-ii.- and 100-in.-diameter
motors. The area of interest was from the grain end through the aft closure to just beyond
the nozzle throat. The reference-48 method is based on the problem approach outlined in

references 49 and 50 and can be used with either axisymmetric (e.g., single nozzle) or

two-dimensional (e.g., four nozzle) geometries.

Areas of separated or vortex flow often occur in motor geometries involving submerged
nozzles (ref. 11), multinozzle configurations, or insulator surface discontinuities. Predictions
of heat-transfer coefficient in these areas require special methods. Methods for determining
the effect of surface cavities on heat-transfer coefficients are outlined in references 51 and
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52, Where separated flow occurs, as across a step or surface discontinuity, the heat-transfer
cocfficient is increased to account for the increased local velocity (ref. 53). Motor
geometries involving submerged nozzle throats or multinozzle configurations produce
regions of separated or vortex flows for which local heat-transfer coefficients are, in general,
difficult to predict by present analytical techniques. However, in such areas, scaling
techniques based on velocity measurements from cold-flow modeling have been used
successfully. Chambers with submerged nozzle throats have large arcas aft of the nozzle
entry plane where vortex flow is developed (refs. 11, §4, and 55). Convective-heat-transfer
cocfficients in these regions are determined by using the standard flat-plate theory after
flow conditions have been defined by flow-field analysis (sec. 2.3.1.3).

The type of insulation material selected for use in the rocket motor chamber also is a factor
that must be considered in the determination of heat-transfer coefficients. The ablating
characteristics of the material affect the overall heat-transfer coefficient. High surface
temperatures that develop in some insulators reduce the total rate of heat transfer; other
effects such as transpiration cooling by the vaporizing gases also effectively reduce the total
rate of heat transfer (refs. 56 and 57).

2.3.2.2 RADIATION

The difficulties in obtaining reliable values for the emissivity and absorptivity of the
propellant combustion products and  the insulator present formidable difficultics in
calculating rates of radiant heat transfer in rocket motors. The insulator char laver generally
is assumed to be a black body, but for the occasion that may require it, emissivity of the
char is measured by standard methods (e.g.. those described in ref. 14).

The addition of metals such as aluminum to a solid propellant results in a dispersion of a
metallic oxide (alumina in this case) cloud in the form of liquid droplets or solid particles
distributed throughout the chamber. The effect of this second phase on radiation heat
transfer is analogous to the increase in radiation that occurs in a furnace gas that contains a
concentration of soot (carbon particles) (refs. 13 and 58). The usual method for analysis of
an isothermal particle cloud is to treat the system as a gray body and to define the effective
CMIsSIVItY in a semi-empirical equation of the form

€4 = l-expl-aly 4)

ol

where €, represents the emissivity of the gas/particle cloud, a is a function of particle size,

density. and concentration, and €is the mean beam path length for radiative transfer, all in a
consistent set of units. A discussion of this relationship is given in reference §9.

The relationship in equation (4) predicts unit emissivity in large chambers for almost all
high-pressure motors with solid propellants that contain reasonable percentages (> 15%) of
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aluminum. Both gray-body emissivity predictions and actual measurements (ref. 60) have
indicated low values of emissivity (0.2) in small motors with relatively high (21%) aluminum
content but operating with short radiant-beam path lengths and at low pressure (< 300 psi).
Within the rocket motor chamber, the contribution of radiation has been measured to be 2
to 3 times greater than that of convective heating (ref. 60), the amount depending on
operating pressure, radiant-beam path length, and aluminum content.

If the view factor within the rocket motor chamber is considered to be unity and the wall
(insulator) emissivity €, is assumed to be equal to the insulator absorptivity, the
interchange factor €, . between the gas/particle cloud and the insulator is given as (ref. 61)

! 1+——1— 1
T € ew_ )

cl

€cl—w

The radiant heat flux to the insulator qra 4 then is defined as

Gog = Caw 0TG5 = T) (6)
where
o = Stefan-Boltzmann constant, 0.1713x10® Btu/(hr-ft>-°R*)
T, = temperature of gas/particle cloud, °R

cl

2.3.2.3 PARTICLE IMPINGEMENT AND SLAG DEPOSITION

Impingement occurs when a chamber boundary intercepts a particle trajectory. Particle
trajectories in the two-phase flow field are calculated by use of the equation of motion of a
particle. The usual procedure is to first approximate the gas flow field by one of the
previously discussed methods (potential flow analysis and cold-flow modeling). Then, with
the use of Newton’s second law of motion together with the acceleration forces and
appropriate drag law, the velocity and direction of individual particles are traced through
the chamber. Stokes’ law (ref. 62, pp. 59, 191-193) is widely used to approximate the drag
because it is simple and reasonably valid for the low slip velocities found in a rocket motor
chamber. Burning droplets have been found to have two or more times the drag of inert
particles (ref. 63).

The size of the particle is a necessary parameter for making trajectory calculations.
Reference 64 summarizes the effect of chamber size, location in chamber, and chamber
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conditions on mctal-oxide particle size. The size of burning metal agelomerates as they leave
the burning propellant surface is determined experimentally with window'bomb techniques
(refs. 65 and 66). It is necessary to determine the reduction in size of these particles as a
function of time in transit through the flow field. A bumning-rate equation presented in
reference 67 generally is used for this calculation.

In a solid-propellant rocket motor, the particles arriving at insulated wall surfaces generally
have releasable heat and chemical energy in addition to kinctic encrgy. Normally a large
portion of all this enecrgy is transferred to the chamber wall (refs. 68 and 69), the result
being locally increased regression of the insulator surface.

The insulated wall surface is subjected to localized particle impact, accompanied by heat
flux. and by chemical attack when the surface temperature becomes high enough. Usually
only one of these attack modes is dominant at a particular time. The response of the surface
depends greatly on the nature of the material. The results may be failure by mechanical
abrasion. thermal shock, chemical corrosion, or melting. Should propellant slag deposition
or puddling occur, the insulation is exposed to very high heat fluxes in a small area.
Conversely, carbon deposition may protectively coat the material,

Experiments have indicated that when aluminum oxide droplets from a solid-prapelant gas
flow impinge on a wall, the droplets lose heat to the wall only until they have changed phase
and then are swept away (ref. 68). Some experimenters assumed also that the particles
cooled completely to wall temperature before being swept away: but in reconciling the test
data the experimenters reduced their calculated heat flux by an arbitrary “impaction
efficiency™ (ref. 69). The experimental findings of reference 68 prabably are closer to the
actual condition. but the approach of reference 69 is used more often because it produces
conservative design.

Test data presented in reference 70 show that impinging droplets that were at or close to the
wall temperature had no observable effect on heat transfer.

Impingement of particles of burning metal fuel on solid propellant rocket insulation and
nozzle surfaces usually is accompanied by severe erosion and heating (ref. 71). unless the
wall is cold enough to extinguish the particle. The deposited metal produces abnormally
high heat fluxes as it continues to burn on the surface. These high fluxes occur because the
heating potential of the droplet, due to its unspent heat of combustion, is two to five times
greater than that of the oxide.

Impingement has also been observed to cause reduction of heat flux. In such cases the
deposits are nonburning and form protective lavers that effectively shield the surface (ref.

7.

The forward and aft domes are the principal locations affected by buring-metal
impingement. Burning fuel is deposited on both the forward dome and igniter and on the aft
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dome and nozzle backside (in submerged-nozzle system‘s). In all cases, the burning fuel may
run down into semistagnant crevices, concentrating large heat fluxes on thinly insulated
areas and creating potential burnthrough areas (refs. 65 and 73).

Insulator thickness requirements for protection against particle impingement and slag
deposition are determined empirically. After analysis both the areas of particle impingement
and the number of particles striking a unit area per unit time can be predicted (ref. 65). The
effect of this impingement on the insulator surface regression rate must be known from
previous experience or determined experimentally in subscale testing.

Some design approaches that minimize the impingement problem are (1) selection of a
propellant whose exhaust products will burn completely before they reach the insulated
surfaces, (2) aerodynamic design of the motor internal surfaces so that abrupt turns of flow
occur only at low velocities and gradual turns exist where there are high velocities, and 3)
avoidance of ridges and obstacles of any kind in regions of high-velocity flow.

Slag Deposition. — Insulation ablation caused by the accumulation of metal slag on insulator
surfaces also is determined empirically. Although theoretically the energy released from
burning-metal agglomerates and molten oxide droplets can be calculated and the effect on
the insulator determined, in practice the amount of deposition, the deposition areas, and the
nature of material being deposited (ratio of metal to oxide) cannot be calculated with
enough accuracy for design use.

The literature (refs. 74, 75, and 76) contains information on the metal slag problem,
including the effect that propellant composition has on the formation of metal
agglomerates, the results of research on the mechanisms of slag deposition on nozzle
materials, a description of the influence of motor geometry on slag accumulation, and
details of studies on the evaluation of several insulation materials in contact with slag.

Axial acceleration forces tend to eliminate the accumulation of slag during motor flight
(refs. 65 and 77). Radial accelerations, as incurred by spin stabilization, tend to increase the
accumulation of slag (ref. 78). In some cases, slag deposition may cause excessive insulator
ablation during static firings only. Slag flow into stress-relief cavities during static firing has
been eliminated by static firing the motors in a vertical rather than horizontal position (ref.
77).

Specific design provisions are effective in reducing slag deposition. Flow of deposited slag

into cavities can be eliminated by the use of flow deflectors or by filling the cavities with
potting materials.

2.4 INSULATOR DESIGN

The insulator designer, having selected the insulator material and evaluated the thermal
environment, then proceeds to design the insulator. Insulator design may be subdivided into
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thermal desien and structural design. Thermal design is the determination of material
thickness for cach point of the insulator and flups. Structural design is the generation of
design features that will accommodate the loads, stresses, and failure modes that will occur
in fubrication storage, handling, and operation of the motor.

2.4.1 Thermal Design

24.1.1 INSULATOR THICKNESS

Three basic methods currently are used for calculating insulation thickness: (1) Q*
(effective heat of ablation) analysis, (2) char-and-erosion-rate correlations, and (3) ablation
analysis. Each method provides a solution of the same problem, and the choice of method
usually depends on the degree of accuracy desired ind the insulator data available, Whatever
the method of caleulation, the designer must take care to use material properties
representative of the conditioning temperatures anticipated for motor firing, since the
regression rate of the insulator surface is dependent on conditioning temperature. For
example. most insulation materials lose thickness more rapidly after conditioning at +170°F
than they do following -60°F conditioning. A motor to be fired under a temperature span
such as -60°F to #170°F would necessarily be sized for the higher temperature.

Q" analysis is a simplified approach that is also the least expensive of the three methods.
The method predicts temperature gradients within the insulation material.

Char-ind-crosion-rate analysi<, by which the greatest accuracy can be obtained. is the use of
subscale and full-scale firing data to predict thickness requirements. However, temperature
gradients cannot be predicted by this method - only char and erosion rate.

Ablation analysisis a computerized simulation of regression mechanisms that also predicts
temperatures throughout the material thickness. This method is the most complex and time
consuming (expensive). Some designers have reservations about jts accuracy.

Many  successful insulator  designs have  been buased  exclusively  upon  the
char-and-crosion-rate method because the motors were to function under familiar operating
conditions and only small changes in pressure or action time were expected. A change in
propellant formulution or insulation materials frequently causes the designer to use the
ablation-unalvsis . method  to predict material response to the  new  (unfamiliar)
propellant-exhanst environments. Frequently, more than one method is employved in order
to provide confidence in decisions. In some instances, all three methods have been used
concurrently to predict an insulator thickness for a motor designed for unfamiliar operating
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Provision for insulation char and erosion is only part of the total insulator thickness
requirement. The designer usually provides additional insulation thickness primarily to
ensure that the structural integrity of the motor will not be jeopardized by (1) heat
conduction through the remaining uncharred insulation, (2) variation in internal ballistics
from motor to motor, or (3) variations in behavior of insulator material. Another purpose
for additional insulation arises in spacecraft that have temperature-sensitive instrument
packages adjacent to a solid rocket motor. Postfire heat soak is limited so that the outside
surfaces of the rocket motor and attached nozzle do not exceed prescribed maximum
temperatures; thus radiation heat transfer to adjacent instrument packages is prevented or
controlled.

The heat tolerance of the substructure is calculated, and from this result, the thickness
needed for conduction insulation is calculated (refs. 79 and 80). Variations in motor
internal ballistics and materials are determined by testing. Adequate thicknesses are
provided to protect the combination of “worst cases” of each set of variations. Thus both
the most severe internal ballistics and the poorest material performance are assumed for
design purposes.

When the worst-case thickness has been calculated, a thermal margin of safety is applied.
The thermal margin of safety is the percentage by which the thickness of the insulator
exceeds the necessary thickness. Thus, an insulator 1.25 times as thick as that determined to
be necessary by design methods would have a thermal margin of safety of 25%. The
application of a margin of safety to worst-case thickness requirements may result in overly
conservative design, especially where the required thickness is large. When the volume of
data is large enough to be statistically sound, the use of a statistical variation analysis
permits the designer to select the degree of conservatism desired while eliminating
questionable data.

A thermal margin of safety of 25 to 50% generally is allowed for insulation design for
a new motor. This thickness is added to the thickness calculated for each insulator location,
and the locus of points is then smoothed to provide a contour that is free of sudden bumps,
steps, or other contour discontinuities. This practice results in an insulator design that
ranges from a minimum margin of safety of 25% at some locations to one many times as
great at other locations.

2.4.1.1.1 QF Analysis

The Q* method used for insulation design is based on a mathematical simplification of the
complicated ablation process that occurs as the result of heat transfer from propellant
exhaust products to the chamber wall. The total heat flux q,, as expressed in equation (2)
represents the amount of heat that is incident on a nonablating, nonreacting surface. The
surface temperature or “effective ablation temperature” T, usually is assumed to be
constant and is taken to be the temperature at which surface decomposition begins. The
local ablation rate x_ is taken to be the linear rate of movement of T, into the insulator.
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The insulator density p is taken as the density at room temperature. In this manner. the
over-all ablation process is simplified by defining the effective heat of ablation Q* as

Q. .
Q=% (7
where
Q‘ = effective heat of ablation. Btu’lbm
""u = local ablation rate, expressed as ft/hr

Values of Q* must be determined experimentally by measuring ablation rates at known heat
fluxes. determined calorimetrically, or obtained from the literature. When Q* is known. the
local ablation rates in a rocket motor are calculated for the local total heat flux. The local
total heat flux varies both with motor burn time and with position within the chamber, The
total heat fluxes can be calculated from the combustion-products transport propertics.
velocities. and heat-transfer mechanisms previously discussed.

With the use of a computerized version of an explicit finite-difference solution of the
partial differential equation representing one<dimensional heat transfer (ref. 13, p. 34),
temperatures are calculated for nodes within the insulator/case system. (One-dimensional
methods generally are adequate, since insulators are relatively thin in comparison with
chamber diameters.) As a temperature rise based on q,,,, is calculated for the surface node
and subsequent interior nodes, comparisons are made with the ablation temperature of the
material for each calculation interval. When the surfuce node reaches the ablation
temperature, it is held at that level (unless a loss of heating occurs). The amount of heat
calculated. represented by the temperature rise (or loss), for each calculation interval is
summed and compared with the effective heat of ablation. When this integrated heat equals
or exceeds the effective heat of ablation, the node is removed from further consideration®In
this manner the total ablated insulator depth and the insulator/case temperature profile
during motor burn time are calculated.

The assumption of a constant ablation temperature implies that the heat of ablation is
absorbed isothermally. and the insulator temperature can never rise above the ablation
temperature. This assumption is misleading in relation to insulator materials that form a
hard high-temperature char layer and can lead to significant error in calculating temperature
profiles.

The basic assumption of the Q* method is that the insulator ablation rate is proportional to
the total heat flux. This assumption does not lead to serious error if the experimental
conditions under which Q* is determined are similar to the environment for which the new
insulator is being designed.
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2.4.1.1.2 Char-and-Erosion-Rate Correlations

The prediction of internal insulator thickness often is based on empirical equations for
insulator char-and-erosion rate. These equations relate char and erosion data to the variables
associated with rocket motor operation. Although it would seem that only erosion of the
insulator is of concern, in practice both char rate and erosion rate (and of course char depth
and etosion depth) are important in success or failure of the insulation. For example, as
shown in figure 5(c), an insulator can develop an extensive char layer but undergo no
surface erosion (regression) at all. Therefore, in this monograph, the expression ‘“char and
erosion”” will be used to identify the total material behavior. For simplicity in symbols, the
subscript ch (for ““char™) is used to indicate the charring and/or eroding condition.

When only a limited quantity of data was available, the resulting char-and-erosion
correlations were simple and of the form (ref. 81)

x, = C P'T5 v (8)
where
X, = Ccharrate, in./sec
P = local pressure, psia
v = local gas/particle velocity, ft/sec
C1 ,a,b,c = empirical constants fitted to the data for char rate

Such equations are determined specifically for a particular insulation material; for similar
materials, the equations differ only by the constant C, .

When larger amounts of data became available, correlations were developed that related char
to more of the variables believed to influence the complex phenomenon of insulator
charring and erosion (ablation). The relative importance of the different variables that
influence char rate is not known, and rigorous mathematical models that quantitatively
account for all variables have not been developed. As a consequence, dimensional analysis
has been employed to indicate a logical grouping of the significant variables (ref. 82); these
variables are related to gas/particle flowrates adjacent to the insulator surface, gas transport
properties, motor geometry, insulator thermal properties, and thermal radiation from the
insulator surface to the propellant gas/particle mixture. These complex relations are
illustrated in the following equation using dimensionless groups:
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In order to achieve maximum confidence in such correlations, char and erosion data usually
are obtained from a varicty of rocket motors that vary in size, operating conditions, and
propellant composition. The data often pertain to more than one kind of insulation
material. The size of the motors from which data have been obtained ranges from small



subscale (about 10 lbm propellant) to large (over 40 000 Ibm propellant). Operating
conditions have varied from low pressures (= 200 psi), low combustion-products flow
velocities (= 20 ft/sec), and short exposure times (a few seconds) to high pressures (~ 1000
psi), high flow velocities > 3000 ft/sec, & Mach 1) and long exposure times (> 100 sec).
Statistical concepts have been used to determine the confidence limits of the data near the
least-squares regression line for the set of data being investigated. Char and erosion rates for
new designs are predicted from an upper confidence line that is often selected so that, at a
95-percent confidence level, there is a 95-percent probability that the prediction will
produce a conservative design.

The dimensional-analysis approach has been adequate and effective in preliminary design of
insulator thickness for new motors when the accumulated data were extensive and valid or
conversely when no firing data were available. However, it must be emphasized that final
design is based on direct postfire measurements on full-scale motors and, where necessary,
on empirical correlations of the form given in equation (8) as developed for a specific
motor.

2.4.1.1.3 Ablation Analysis

The most sophisticated technique used to calculate insulator thickness is finite-difference
boundary-layer/charring-ablator analysis, in which the detailed mechanisms of charring and
erosion are considered. The most widely used method of this type that has been adapted to
the digital computer is described in references 68 and 83. While this procedure has been
used primarily for the analysis of ablative nozzle materials, it can also be used for the analysis
of internal insulators. Reference 84 describes the application of the method to ablative
nozzle materials, and reference 2 describes the use of the method for insulators and extends
the method for application to multiple-restart applications.

When this method is employed, the insulator is modeled in three zones: (1) a char or residue
zone at the surface, (2) a pyrolysis zone, and (3) a virgin-material zone (fig. 2). The
decomposition of the virgin material by chemical reactions occuss in the pyrolysis zone,
leaving a char or residue at the surface. This decomposition yields a pyrolysis gas that
percolates through the pyrolysis zone and the char zone to the surface where it reacts
chemically with the boundary-layer gas. The surface of the char zone also reacts with the
boundary-layer gas, and often it is mechanically eroded.

Analysis is carried out in two phases. First, the diffusion-limited chemical interaction among
the surface char, the pyrolysis gas, and the boundary-layer gas is calculated as a function of
wall temperature and rate of pyrolysis-gas evolution, and a tabular solution is obtained.
Second, the in-depth transient-heat-transfer analysis of the insulator is made, and the
solution is determined iteratively, with the use of the previously determined tabular results
of surface reactions. In addition to analysis of chemical reactions, the evaluation of
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boundary conditions at the surface includes analysis of mechanical erosion, radiative heat
transfer, and convective heat transfer corrected for flowing of the pyrolysis gas. The two
important results of the calculation are the total surface erosion and the temperature
distribution within the insulator as a function of time. A procedural outline and the
required input data for several well-known insulators are presented in reference 48,

2.4.1.2 STRESS-RELIEF-FLAP THICKNESS

The remaining problem in insulation design is to determine the thickness required for grain
restrictions such as the propellantshrinkage liner, commonly called the stress-relief flap.
Heat conduction of sufficient magnitude through the stress-relief flap will heat propellant to
the autoignition level. The thickness of the stress-relief flap, therefore, depends on both the
flap-cavity heating environment and the exposure time as well as on propellant autoignition
temperature and flap material properties. When the insulator-flap cavity is filled with a
suitable potting compound (sec. 2.2.2.3), the flap surface is not exposed to a heating
environment. and the flap thickness depends only on structural and manufacturing
considerations. It is only necessary to ensure that the regression rate of the potting
compound is not appreciably greater than the propellant buming rate. If the insulator-flap
cavity is not potted. the cavity heating environment is considerably less severe than the
chamber heating environment unless slag accumulates in the cavity (sec. 2.3.2.3).

Unlike the chamber thermal environment. which changes relatively slowly with time, the
thermal environment in the unpotted stress-relicf-flap cavity changes rapidly with time. The
cavity, initially empty, fills with hot combustion products during initial pressurization. The
hot-gac/particle mixture filling the cavity transfers heat to the insulator flap surfaces and
rapidly cools off. As the mixture cools, additional gases flow into the cavity to maintain
pressure equilibrium between the flap cavity and the chamber. The cavity temperature is,
therefore. 8 maximum  at ignition and decreases thereafter with time. The rate of
cavity-temperature decrease depends on the cavity dimensions, thermal propertics of the
gas/particle mixture, and the degree of turbulence within the cavity (ref. 835). The flap cavity
dimensions depend on the initial propellant temperature (lower temperatures produce
larger cavities), the propellant slump, and the case expansion during pressurization - all of
which increase the cavity volume. Propellant slump typically occurs in motors with
stress-relief flaps in either the forward or aft closure. The slump creates a relatively large gap
between the boot insulator near the top of the motor but no gap at the bottom of the
motor. A motor of such a configuration also will develop a variable circumferential gap if it
is static fired in the horizontal position. Higher ablation rates and higher case temperature
then result from the differential in gap width.

The exact size of the insulator flap cavity seldom can be caleulated accurately. The degree

of cavity turbulence and, therefore, the convective-heat-transfer coefficients also are
difficult to predict accurately. Similarly, radiation heat transfer from the cavitygas/particle
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mixture can seldom be calculated accurately, because the emissivities and absorptivities
generally are not known as a function of temperature. If emissivity and absorptivity data are
available, flap-temperature profiles can be calculated by the method presented in reference
85, which assumes that heat is transferred by radiation only. This procedure, which is an
iterative process, involves the assumption that flap-cavity wall temperatures are a function
of cavity-gas temperature and calculates the cavity-gas temperature as a function of time.
The heat-transfer rates to the cavity walls then are calculated and used as boundary
conditions for the one-dimensional heat conduction equation to determine wall-temperature
profiles. The wall surface temperatures then are compared with the assumed wall surface
temperatures used to calculate the gas temperature. If agreement is poor, the procedure is
repeated, the calculated wall surface temperature being used to determine a new gas
temperature-time history.

When little data are available, the initial flap design may be analyzed by calculating the flap
temperature profiles as a function of time and assuming ‘“‘reasonable” or “maximum
feasible” values of the heat-transfer coefficients. If the cavity volume and gas composition
are constant, then according to the perfect gas law the product of gas mass and the gas
temperature is a function only of cavity pressure. Hence, if the chamber pressure is
reasonably constant, the product can be assumed to be constant. Heat balance for the cavity
can then be expressed as follows:

heat in with fresh gas minus heat lost to flap and insulator equals change in
sensible heat of cavity gas.

The cavity temperature-time history can be calculated by using the relation between gas
temperature and cavity-gas mass derived from the perfect gas law, simplified flap-cavity
geometry, and assumed heat-transfer coefficients for calculating the heat loss to the flap and

_insulator surfaces. The cavity temperature history then can be used to calculate temperature
profiles within the flap, and therefore, the flap/propellant interface temperature. The
magnitude of the flap/propellant interface temperature determines whether or not
propellant autoigniton will occur.

Preliminary design thicknesses generally are based on previous experience. The current
procedure is to use flaps ranging in thickness from 0.05 to 0.1 in. except on very large
motors where insulation fabrication requirements dictate thicknesses up to 0.25 in. (ref. 9).
Flaps are, in general, uniform in thickness except near the motor centerline, where heating is
higher and the flap thickness is correspondingly increased, and near the propellant-bond
termination point, where a thicker section is necessary to reduce the case-to-propellant
transition stresses.
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2.4.2 Structural Design

24.2.1 LOADS

Environmental. - Both the loads applied to a solid propellant rocket motor and the
environment in which the motor is placed have a significant effect on the structural integrity
of the insulator and. hence, on insulator performance. The environment alters the
mechanical properties of the insulator and also places loads upon it. Storage, transportation,
and handling environments generally produce the highest nonoperating loads on the
insulator. Thermal loads are imposed by transportation and storage. Impact {oads occur
during handling and transportation. Generally, the shipping and storage containers protect
the insulator from both thermal and impact loads, and environments are kept within
thermal tolerances during shipping and storage by means of air conditioning.

Processing. - Insulator and  motor processing operations affect  insulator mechanical
propertics and cause residual stresses in the insulator. Molding. layup. and other insulator
manufacturing operations also cause stresses in the insulator. Both fiberglass-chamber
winding and subsequent cure have a significant effect on the insulator structural behavior,
Filament winding normally causes compressive stresses in the insulator by squeezing it
against the winding mandrel. However, such stresses are much smaller in magnitude than the
compressive stresses developed during the high-temperature cure eycle for the chamber. The
cocfficient of thermal expansion of the insulator is significantly higher than that of the case
and mandrel: this differential can cause high compressive stresses in the insulator at the
300°-3307F cure temperature. It is not unusual, moreover, for the insulator to flow under
the combination of sustained high temperature and compressive stress: hence, the focations
of splices and joints may change during chamber cure. Therefore, changes in mechanical
propertics (chiefly strain capability) resulting from chamber cure are significant (fig. 10).
Because of the viscoelastic nature of elastomeric materials, the relative change in mechanical
properties varies with loading rate and temperature and, hence, a recharacterization using
samples that have been subjected to the chamber cure cyele often is required.

Because the maximum cure temperature of most propellants normally is less than 150°F,
the mechanical properties of the insulator generally are not affected by the processing cycle
for the propellant grain. The temperature at which composite propellant grains are free of
stresses normally is about the same as the cure temperature. When the grain is cooled to a
70°-80°F level. residual tensile stresses in the grain, insulator, and motor case are created. So
that little or no residual tensile stress occurs in the motor at the end of manufacture. most
double-base propellant grains are pressurized during cure and are cured at approximately
1207F. However, compressive stresses developed in the grain and insulator during processing
can become as large as 300 psi.

Operational. - The most severe operational loads on an insulator generally occur during
motor firing at low temperature, where the combined effects of thermal shrinkage. motor
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Figure 10. — Strain-at-rupture vs strain-rate for boric acid/NBR-phenolic insulation
before and after cure of the filament-wound case.

pressurization, and flight acceleration are present. Under pressure loading, differential
movement of the grain and case is higher in motors with glass cases than it is in motors with
metal cases. Hence, insulator shear/tensile stresses and strains generally are higher in
glass-case motors during motor pressurization. On the other hand, in many motors with
metal cases, the failure-producing components of thermal stresses and strains developed in
the insulator and propellant grain most often are larger than those of the stresses and strains
developed as a result of motor pressurization.

2.4.2.2. STRESSES

Preliminary Analysis. — The major portion of an insulator usually is subjected to small (<
2%) strains during motor processing, development, and operation; i.e., insulator strains are
no greater than those imposed upon the case. At a distance of (i.e., equivalent to) only a few
insulator thicknesses from bond terminations of the grain, the insulator is in essentially a
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uniform hydrostatic state of stress. Propellant and insulator stresses are, therefore. more
directly related to the dilatational stiffness (bulk modulus) rather than the distortional
stiffness (shear modulus) of the insulator. Most insulator stresses are not only compressive as
a result of motor pressurization but also tensile as a result of propellant shrinkage. The
compressive stresses usually do not strain the material beyond its capability, but tensile
thermal stresses can be large enough to cause the insulator to separate from the case or from
the propellant or both (ref. 17).

Onec-dimensional stress solutions (ref. 86) are used to obtain an estimate of the average
insulator stresses for both thermal and acceleration loads. However, there are no simple
stress analyses that provide accurate predictions of the local stress levels at the critical bond
terminations.

Parametric studies have revealed the following useful trends in changes to insulator stresses
and strains at bond terminations under thermal and pressure loads:

(1) Insulator stresses for both thermal and pressure toading are proportional to the
tensile modulus of the propellant, within the effective modulus range for most
motors. Thus, a motor with a high-modulus propelfant is more likely to
experience insulator-to-flap structural failures than the same motor with a
low-modulus propetlant.

(2) Failure-producing components of insulator stresses resulting from pressure loading
arc proportional to the case strain. Motors with composite cases therefore are
more likely to experience insulator structural failure during firing than motors
with metal cases.

(3) In motors with simple port configurations, stresses and strains at bond
terminations are related to the stresses and straing at the grain center port. The
proportion of bond-termination stresses and straing to center-port stresses and
straing increases as length-to-diameter ratio (L/D) decreases (refs. 87 and 88).

Refined Analysis. — Numerical analyses such as the finite-clement method (ref. 89) are used
to calculate stresses and strains in the insulator of a solid propellant rocket motor. It is a
relatively common practice to include the insulator in mathematical models used for stress
analyses of the propellant grain (ref. 17), particularly near the bond terminations. The
insulator is assumed either to be incompressible or to have an elastic bulk modulus.
However, insulation materials filled with fibrous materials often have directional propertics
that should be considered in the structural analysis.

The theory of lincar viscoelasticity (ref. 86), normally applicd to the propellant grain, is also
applicd to the insulator for analysis of the distortional stiffness. Effective moduli for
transient loading conditions usually are based on the quasi-elastic approximation: i.e., the
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approximate step-loading solution uses the value of the tensile and/or shear relaxation
modulus at selected time intervals after application of a load. Superposition (ref. 90) then is
used to obtain the general time-dependent solution.

Large geometrical changes and high local insulator strains at bond terminations greatly
reduce the applicability of the linear numerical model. In fact, such linear solutions are
highly unreliable at the bond termination and theoretically should predict infinite stresses.
The best method at present for dealing with this situation is fracture mechanics (ref. 91).
This discipline employs a balance of the energy that creates new insulator surface, the elastic
energy released in the motor as the insulator tears, and the work exerted by external forces.
Nonlinear effects in material are approximately contained in material parameters relating to
the creation of new surface energy.

2.4.2.3 STRENGTH ANALYSIS

A strength analysis is performed to define the structural capability of a material in relation
to the predicted stress and strain values determined by the stress analysis. The strength of an
insulation material is a function of five factors: (1) the rate of loading, (2) the directions in
which the loads are applied, (3) previous loads and environments experienced by the
material, (4) material age, and (5) temperature. Elastomeric insulation materials obey the
superposition principle (ref. 90), an equivalence of temperature and strain rate that is useful
both in comparing properties of different materials and in predicting structural response of a
material at conditions other than those tested.

Stress, plotted as a function of temperature and reduced strain rate, increases with

" increasing strain rate, but maximum capability of the insulator to strain without fracturing

occurs at some intermediate strain rate (ref. 86). Different allowable properties apply to
uniaxial tension, biaxial tension, shear, and compressive loadings. This dependence of
strength on direction of loading usually is expressed by a relation between allowable
properties and state of stress. Examples of commonly used failure theories for insulation
materials are maximum principal strain, maximum shear strain, and maximum principal
stress (ref. 89).

Previous loadings (e.g., from chamber processing) introduce residual stresses and strains in
insulator material. Chamber and grain cure cycles produce chemical and mechanical changes
in the insulator. Aging alters the material strength and strain capability, as previously
explained.

In a strength analysis, allowable properties for the appropriate strain rate, temperature, state
of stress, loading history, and material age are compared with the results from the stress
analysis. From this comparison, an appropriate factor of safety being used, a prediction of
the structural integrity of the insulation is made. Structural factors of safety are used to
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account for uncertaintics in the loads, analytic methods, and material property variablility,
A commonly used structural factor of safety is 1.50, but the exact value depends upon the
amount of material performance history available and the accuracy of the analytical
procedures. When reliable material property data and proven analytical procedures are used.
the factor of safety may be as little as 1.25. When the material data and analysis procedures
are not well proven, the factor of safety may be as high as 2.00. Strength analyses are made
of bonded interfaces as well as of the insulation material itself. Local increases in insulation
thickness, at such locations as flap terminations, can provide significant reductions in the
propellant-to-flap bond stress, even though no reduction may occur in the maximum
insulator stress.

The insulator structural integrity is evaluated by examination of the structural margin of
safety:

MS = = 1] (10)

where

MS structural margin of safety
design stress
allowable stress

R

The design Giee, computed) stress value includes the structural factor of safety.

When the MS is either negative or too large positively, the designer substitutes materials or
changes the design to adjust the MS to either zero or a small positive number. but preferably
zero. Large marging of safety are reduced primarily to minimize inert weight, but reduction
of expensive insulation material costs can be a strong consideration.

2424 FAILURE MODES

Metal cases and fiberglass-reinforced compaosite cases have some failure modes in common.
In both. insulator cracking and slump can occur during insulator and insulated-case
processing. Moreover, during motor operation, separations between insulator and flap, case,
or propellant, in addition to insulator cracking, may develop.

Relative importance of the failure modes varies wtih motor environment, design,

manufacture, and case materials. During storage, long-term aging/viscoclastic effects cause
bond separations and subscquent propellant slumping or cracking. Propellant ignition also
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causes bond separations that result in exposure of the case to gases and heat. The primary
result of insulator/propellant separation is the creation of additional propellant burning
surface that, in turn, causes premature exposure of insulation, or, if the separation is large
enough, enough extra pressure to cause case failure. It has been established by X-ray studies
that additional propellant surfaces created by the insulation or flap separation ignite as soon
as one edge of the propellant surface is exposed to the flame front (ref. 92). Several effects
may occur, the nature depending on the void length perpendicular to the burning front. The
separation may simply expose the insulation prematurely and cause the insulation to ablate
at the normal rate but for a longer time. However, if insufficient vent area for the separated
area exists, then the pressure and gas velocity will increase in the slot created by the
separation. This “tunneling” has led to an order-of-magnitude increase in insulation ablation
rate. A confined site of combustion can also cause inward grain fracture that results in
nozzle or port blockage. Insulator/propellant separations often are identifiable as large
anomalies on the motor pressure-time curve, but if the tunneling becomes severe enough,
the separations can result in localized failure by insulator burnthrough.

The shear and peel structural requirements for the bond between insulation and case are
quite similar to those for the bond between insulation and propellant, and the stress levels
allowable for storage and firing are determined in tests similar to insulation/propellant bond
tests. Insulator-to-case separations are not as readily identified with a failure mode as are the
insulator-to-propellant  separations. In testing, motors have historically performed
successfully with extemely large case-to-insulator separations. The primary failure mode
results from the passage of gas between the case and insulation, which eventually leads to a
case burnthrough. Knowledge of this phenomenon has led to the current industry practice
of requiring all insulation terminus points to be free of voids.

All failure modes postulated for metal-case motors are also common to glass-case motors.
" The tensile modulus of glass is about 3.5 x 10® psi, whereas the tensile modulus of steel is
about 29 x 108 psi. At the same pressure level, strains in the fiberglass case are at least triple .
those in steel cases. The higher strain in glass cases has caused or contributed to failures at
(1) the insulator/case interface, where bond failure leads to case burnthrough; (2) the
insulator-to-insulator joints, where adhesive or sealer strain capability is exceeded; and 3)
the insulator surface, where mechanical strain accelerates erosion rate. A critical structural
condition usually exists adjacent to the port adapters because of differences in the
stiffnesses of the port adapter and the case. The pressurized case expands much more than
the adapter, thus pulling the case back from the adapter. A flexible rubber insert usually is
placed between the case and the adapter, allowing the case to strain without destroying
its bond with the adapter. Moreover, sufficient insulator thickness usually is
maintained under the adapter tip to reduce strains at the insulator/propellant interface to a
level compatible with the propellant strain capability.

Maximum principal strains at the level of 50 percent have been observed in insulators
adjacent to bond terminations. The usual precautionary design feature is additional insulator
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thickness to reduce strains. A rubber insert sometimes is used to provide a fillet at the
termination of the stress-relief-flap bond.

In highstrain regions such as adapter tips and flap terminations, or in any arca where
principal strain exceeds 2 pereent, special care must be taken in insulator design. Insulator
splices {and repairs) are not made in high-strain regions. Barrier coats are formulated with
attention to anticipated strains, because cracks originating in barrier coats have been known
to propagate themselves in insulation and propellant.

2.5 INSULATOR FABRICATION AND PROCESSING

In order to produce a reliable, conservative design, the designer must have at his disposal a
rather sizable reservoir of reliable material performance data. He therefore runs a risk in
utilizing new materials, although sometimes the risk is justified by potential gains in material
performance. The designer generally eliminates the risk of insufficient or misleading
information by utilizing well-known materials. Compounding specialized  elastomeric
insulator material for a specific design is the special provinee of the rubber technologists,
who by changing ingredients. altering recipes, or changing compounding methods have
produced insulation materials with specific properties designed for the needs of a specific
motor. The insulation designer thus must be familiar with the nomenclature and jargon used
by rubber technologists. Reference 93 provides a glossary of terms and descriptions of
rubber properties.

2.5.1 Compounding

The process of blending ingredients together to produce an insulation material is termed
“compounding.” The insulation material congists of an elastomer, the classes of which were
previously discussed. and a filler material that is added to enhance certain thermal or
physical propertics. Char characteristics, tensile strength, elongation, aging resistance,
hardness, therma! conductivity, and ablation rates — all can be altered by variation in filler
type and amount added. Extenders and diluents are, like fillers, materials added to the
clastomer to create specific desirable changes in physical properties.

Fillers. — Fillers are compounding ingredients added to elastomers to improve elastomer
physical or thermal properties. change the hardness. or extend or dilute the clastomer (ie.,
increase its volume). Certain materials enhance tensile strength and thus reinforce SBR, NBR.
and silicone rubbers. In SBR, a synergistic reinforcement effect is produced by the
combination of coumarone resin and mineral fillers. In NBR| carbon black produces this
reinforcement. Silicone rubbers are reinforced by fine-particle silica. Other reinforcing fillers



are zinc oxide, lignin, and clay. Materials that improve the insulating properties of elastomers
are silica, asbestos, and inorganic hydrates such as boric acid or potassium titanate.

An extending filler produces an increase in material volume without a commensurate
decrease in physical properties of the product. A diluent, on the other hand, is used to
dilute the rubber hydrocarbon, and in this operation a loss of physical properties is
anticipated. Vulcanized vegetable oils, mineral rubber, pitch, vegetable oils, natural rubbers,
synthetic elastomers, petroleum derivatives, and resinous materials are used as extenders or
diluents.

Quality and uniformity of fillers is as important to product quality as is the quality and
uniformity of the base elastomer itself.

Mixing. — The mastication or milling of rubber stocks is the method by which vulcanizing
agents, fillers, pigments, accelerators, and other additives are blended into the rubber stock.
Careful milling is necessary to produce uniform, well-mixed insulation material that
performs as anticipated. For instance, excessive milling of asbestos-filled insulation material
chops up the asbestos fibers and reduces insulation thermal performance. The outstanding
performance of one well-known insulator is due in large measure to the manufacturer’s
ability to mill the elastomer without breaking up asbestos fibers. Inadequate milling
produces insulation materials that do not perform uniformly, eroding at widely varying rates
from spot to spot. Some early upper-stage motors, for example, failed because filler
materials were not dispersed throughout the insulator. Soft spots, which eroded rapidly to
bring failure, occurred at localized areas with low filler content. Other failures in motor
insulation have been attributed to excessive variations in the recipe for compounding the
insulation material. Perhaps many operational failures of insulation can be explained by the
fact that large mixers and mills are much less efficient than laboratory-scale mills in
producing uniform quality.

2.5.2 Fabricating

Insulators normally are made from unvulcanized sheets of elastomer either by compression
molding or by hand layup. Insulators also are manufactured by machining the part from a
vulcanized block of convenient shape. In the case of mastics, the insulation is applied by
troweling. The quantity of the parts to be produced, the dimensional tolerances required of
the end product, and the time available for fabrication are considered in determining the
method of fabrication for any particular insulator. Products made by compression molding,
hand layup, machining, troweling, and by combinations thereof have performed at the same
level in comparable tests.

53




25.2.1 MOLDING

The usual method of fabrication, once the insulator design is firm, is to compression mold
the parts in matched metal dies. When large numbers of parts are required. compression
molding produces parts at the lowest picce cost, at the maximum reliability, and at good
dimensional uniformity; however. tooling costs for this method are the highest. A molded
insulator is made from an unvulcanized rubber preform that is extruded. calendered. or
pattern-cut from rubber stock. The preform is necessary in some large moldings to ensure
that elastomer flows inta all parts of the mold cavity before vulcanization takes place. The
various elastomers used in insulator molding are very different from each other in their
ability to flow into the mold cavity recesses. The combination of mold design and mold
preform therefore often is established by trial and error. When layup preforms are used, the
grain of the material is oriented parallel to the propellant side of the preform, and the plics
are stitched together in the manner described for the hand-layup method.

Three methods of loading a compression mold are illustrated in figure 11. Molding variables,
mold charge. pressure, temperature, and time are controlled to produce optimum insulator
vulcanization. The weight of the preform slug is not permitted to vary more than + 10
percent from the desired weight of the molded insulator. Molds are closed slowly during the
prevulcanization operations. Removal of entrapped air is accomplished by “bumping”
(repeated release and application of pressure to the mold). Mold pressures range from 500 to
900 psi. and temperatures from 200 to 350°F. The mold and insulator are cooled to 180°F
before the molded insulator is removed from the mold. Insulators produced from molded or
laidup NBR will shrink approximately 2 to 3 percent where the shrinkage is unrestricted by
insulator geometry. This shrinkage is anticipated by designing the mold so that the insulator
falls within dimensional specifications following shrinkage. Dimensional tolerances on
finished molded parts usually are # 0.010 to # 0.020 in., although some compounds may be
molded to tighter tolerances (ref. 21).

2.5.2.2 HAND LAYUP

Final products may be made by hand layup when the quantity of parts required is small,
when the design of the end product is subject to change, when the cost of permanent molds
is prohihitive (c.g.. because of size), or when the time available for fabrication will not
permit the procurement of permanent tools. The installed costs for hand-layup parts are
high. usually approximately 2 to § times the cost for comparable compression-molded parts
or for troweled mastic. However, temporary, inexpensive, and readily fabricated tools are
adequate for hand-layup production. The thickness tolerance for hand-layup parts must be
large. usually 2 0.050 in.. because the dimensions of the finished part depend on the skill
of the technician. The functional reliability of parts produced by hand-layup procedures can
be the same as that for parts produced by any other method of fabrication (ref. 94).
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Figure 11. — Three methods of loading a compression mold with elastomeric material.
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The layup procedure consists of applying pattern-cut picces of unvulcanized elastomer over a
form or inside the motor case so that the largest patterned pieces will be the first exposed to
the motor chamber environment (ref. 95). When NBR or SBR is used, all surfaces and edges
of patterned elastomer picces are scrubbed with clean cloths that are “'wet but not dripping”
with methyl ethyl ketone (MEK) and simultancously or immediately thereafter scrubbed
with a brush. After all traces of MEK have evaporated, the patterned pieces are laid in place
and stitched together with standard rubber-working tools after the rubber is softened with a
solvent. As noted. failures have occurred because of inadequate evaporation of MEK
between application of rubber lavers. High MEK content in the insulator results in general
softening of the insulator and resultant high erosion rate, ply delaminations caused by the
release of volatiles from absorbed MEK, and undercuring and increased erosion.

A small (<X 5%) amount of natural rubber in the recipe creates sufficient tack for hand
lavup. Otherwise. an adhesive, usually one based on natural rubber, is used to produce good
layer-to-layer adhesion. Cure of hand-layup insulators generally is accomplished with a
vacuum-bag device being used to compress the elastomer laminate.

25.2.3 TROWELING

In the use of mastic insulators, three application techniques have been used: rotating
chamber (ref. 9), pump extrusion (ref. 96), and spray. In the first method, the chamberis
rotated as the mastic is troweled on in layers of a specific critical thickness determined by
the slump characteristics of the material. The insulation is gelled after application of each
critical thickness. Following the final application, the assembly is cured at about 133°F for
five days. Thickness control is maintained by the sweep templates. Product dimensional
tolerance has been demonstrated to be 0.17 to 0.25-in. thickness for one pass with a trowel
designed for a 0.25-in. thickness (ref. 97). Thicker applications or multiple passes require
wider tolerances. The pump extrusion technique uses cartridge guns or hoses and a
hand-troweling finish operation. Thickness control is maintained either by guides or
templates or by final machining. Spray methods apply 0.07 to 0.09 in. per pass. The
minimum practical thickness for mastic insulation is 0.25 in.

A common problem encountered in compounding mastic insulation is controlling slump
during application. Three process-formulation philosophies to control slump have been used
to date: (1) the use of thixotropic agents, which allows a long working life: (2) application
of insulation to an isolated section on cach pass, taking advantage of a short pot life: and (3)
application of mastic in thin layers and gelling before proceeding with the next layer.
Sometimes all three methods must be used simultancously to prevent slump.

The primary problem with mastics is void inclusion, which is encountered with all of the
mastics (refs. 8 and 9). Compounding variations are used to control the voids created by
thixotropic materials. The voids are identifiable by various techniques, but still remain a
major problem.

56



Elastomeric mastics in general and many thermosetting-plastic insulators require a liner to
limit migration of plasticizers and moisture. Where flaps are required in a motor in which
mastic is to form the insulator, a material other than mastics usually is used for flap

fabrication.

2.5.2.4 MACHINING

The final insulator may be machined from a vulcanized block of convenient dimensions and
shape, or from material cast, troweled, or laid up somewhat oversized. The machining is
done by programming the movement of the insulator past a belt sander or rotating abrasive
tool; conventional lathe or milling operations are not used. Usually, it is desirable to
machine the final product when the number of parts required are so few that accurate
permanent tools or compression molds cannot be justified. It is sometimes necessary to
produce a portion or all of the end product by machining when the required dimensional
tolerances are extremely close.

2.5.3 Processing

The designer must consider all rocket motor processing steps and their effect on the
materials used for insulation, liners, and adhesives. The temperature, pressure, moisture, and
time spent in each motor production step must be evaluated for their possible effects on the
insulator. The inverse viewpoint must be considered also;i.e., the designer must examine the
effect that his choice of insulator material would make upon the complexity and subsequent
cost of motor processing. Successful design is achieved when the motor requirements can be
met with maximum cost effectiveness. The relation of solid propellant processing factors to
rocket motor design is treated in detail in reference 29.

An excellent example of how processing factors affect final design can be seen in the
experience with a boric acid/NBR-phenolic insulator selected for the Poseidon second stage.
The material provides excellent thermal protection, is lightweight, and seemed to be the best
candidate. However, two major processing problems — the need in manufacture for
elaborate mandrels, and the difficulty in preventing degradation of the boric acid during the
cure of the filament-wound case — were continual production headaches. These problems
eventually resulted in the decision that the insulator material should be replaced.

The degradation of insulator materials generally is caused by moisture absorption, aging, or
damage in processing. Many adhesive systems are degraded by absorption of moisture, and
they must be thoroughly dried prior to propellant casting. The drying cycle varies from zero
time to three days at 180°F. The detrimental effect of moisture on one adhesive system is
shown in figure 12 (adptd. from ref. 98). The effect of moisture normally is explored during
development of the liner, preferably before final selection of insulator material.
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bond strength during storage (adptd. from ref. 98],

Polyurethanes., polyesters,  polysulfides,  eyanoacrylates,  epoxy-polysulfide. and
epoxyv-nylons are subject to degradation by moisture.

Muaterials that are quickly degraded by ozone or sunlight aging (e.g.. NBR, SBR, or natural
rubber) must be protected from exposure to ozone and sunlight. It is common practice to
place cotton with the insulation to seal it from air (ozone) circulation, and to store insulated
cases or insulation material in the dark to prevent aging by sunlight. Silicones.
fluorosilicones.  polvurcthanes, EPDM  (under 200°F), polysulfides. and Hypalon
(chlorosulfonated polyethvlene) elastomers are resistant to ozone attack and aging by
sunlight.

Only an extremely small number of large insulators (> 30 in. diam.) free of voids, nicks.
cuts, scratches, or thin spots have been manufactured. All others have required rework or
repair. Through the stress analysis described in section 2.4.2.2, zones of the insulator where
strain is too high to permit repair are identified. Any arca that is strained over 2 percent is




considered an area worthy of detailed analysis. Strains over 25 percent generally are
considered too high to permit repair.

Repair methods depend on the severity of the damage; i.e., the size and shape of the
damaged area and its location in bond line, insulator, or substrate. Damage to the substrate
must be evaluated with respect to the structural integrity requirements. Where insulator or
bondline damage is apparent, the repair usually consists of cutting out the entire damaged
area and vulcanizing an insulator patch over the damaged arca. New adhesive is applied to
the substrate, the removed insulation is replaced by unvulcanized stock of the same
composition, and the patch is vulcanized in place under pressure of about 100 psi (ref. 99).
Less severe damage, which neither compromises structural integrity by creating a stress
concentration nor poses a threat of thermal failure due to insufficient insulation, may be
repaired with adhesives or potting compounds to which the case-bond system will adhere. A
thin (0.030 in.) insulator sheet sometimes is bonded over the repair area in order to
facilitate case bonding.

2.6 DESIGN VERIFICATION

Verification of design by testing and inspection of insulators is a vital part of development
programs. The designer must know that materials, geometry, and integrity of the insulator
match design assumptions before the test data become meaningful. Test data are useful to
the designer in evaluating the performance of his design. Zones shown to be marginal and
unsatisfactory by static-fire test data can be redesigned. Thin areas are made thicker, and
overweight sections are trimmed.

Most preliminary insulator designs are ultraconservative in order to prevent loss of test data
pertaining to other motor components during early program test firings. As confidence in
the material performance and insulator design increase, the insulator is trimmed to the
configuration that yields desirable margins of safety. This empirical design approach
provides high reliability and high confidence in the finished design.

Destructive testing is used throughout the insulator development program. Complete
insulators are cut up to verify that materials and dimensions are within the design
tolerances. Samples cut from finished insulators are given the same thermal tests to which
preliminary material samples were subjected to detect any changes produced by the
manufacturing process.

2.6.1 Full-Scale Testing and Evaluation

A quantitative verification of the insulation design usually is made during the motor
development test phase to determine whether insulator thickness is marginally adequate or
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unnecessarily  conservative. Such assessment of the design requires a carefully prepared
program of physical measurements and hardware examination to determine insulator
performance. Usually the chosen material is tested with a full-scale test firing or series of
test firings. Data that may result in verification comes from postfire inspection of insulation.
The insulator is examined. sectioned, measured, and mapped (sce below). The test
performance data thus obtained can then be compared with the performance anticipated by
the designer, and appropriate changes in the insulator’s thickness or gcometry can be made.

The selection of instrumentation required to define adequately the rocket-motor-chamber
heating environment and insulator exposure time normally is made well in advance of the
motor test firing. For testing. the instruments are installed carefully at locations that will
best provide verification data (e.g.. insulator and case-wall temperature profiles,
insulator/case interface temperatures, insulator exposure time, and chamber heat flux) (ref.
77).

Before it is possible to carry out the postfire hardware examination, there must be
preliminary planning to provide the prefiring insulation thickness measurements taken at
locations that can be identified and remeasured after firing. This practice makes it possible
to determine the amount of material charred and eroded and the amount of virgin material
remaining. Measurement locations are planned to include areas where the most severe char
and crosion are expected to occur; e.g., at the bottom of propellant fins and slots, in regions
of high-velocity gas flow, and in arcas where exhaust-particle impingement is expected to
occur. Commonly, even low char and erosion rates also are measured so that insulator
performance can be thoroughly assessed.

Hardware Inspection. — Hardware inspection for insulator design verification usually is
conducted in keeping with procedures that preclude the loss of useful data. For example, to
prevent destruction of the char by the vibration involved in cutting. the insulator is not
sectioned for obsernvation and thickness measurement before erosion-pattern mapping has
been completed. To ensure an accurate determination of average ablation rate, remaining
virgin material is measured only at locations where prefiring thicknesses are known. A
general sequence for inspection is as follows: (1) obtain prefire insulator thickness
measurements; (2) visually inspect case and insulator immediately after the motor firing.
noting possible arcas of excessive heating on the chamber exterior, regions of high insulator
erosion. and insulator delaminations and separations; (3) map all erosion patterns: (4)
photograph any anomalous regions of erosion for later study; and (5) obtain postfire
thickness measurements of the insulation remaining at radial and circumferential positions
coincident with the prefire measurement locations.

Regions of excessive ablation indicating high-velocity gas across the insulator surface and
arcas of particle impingement are discovered by visual observation, as are arcas of
delamination between insulator plies and ply separations such as those caused by blistering.
Gas flow direction and flow channeling also are determined by visual observation.
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Anomalous ablative patterns (refs. 100 and 101) are inspected carefully for evidence that
shows flow direction or for evidence of manufacturing flaws, case-bond separations, or other
possible causes of performance deviation. Areas of unusual erosion patterns or excessive
particle impingement are mapped and photographed carefully to determine exact size and
location of the area as an aid in the verification analysis (figs. 13 through 15).

Figure 13 is a postfire map of insulation in the forward dome of a Poseidon first-stage motor
(motor C); a longitudinal cross section of the mapped area is shown in figure 14.
Superimposed on the map of motor C are the locations of thin spots found in postfire
inspection of motors A, B, and D also. The dotted lines at 330° represent the location of a
grain slot. Propellant burn lines are superimposed on the map to provide time of exposure to
the combustion products as the burning propellant recedes. Several areas of burnthrough in
the region of the grain slot show that erosion here evidently is higher than that anticipated
by the designer. The grooved areas (fig. 15) are examples of localized high erosion due to
excessive strain at the adapter tip. Careful inspection of the fired insulator established that
the thin spots and the burnthrough were caused by a case-bond separation traceable again to
the high strain in the problem area. The difficulty was solved by increasing the insulator
thickness over the problem area.

Test motors programmed for postfire measurements of insulation thickness to determine the
amount of ablation usually are water quenched at the end of motor operation to eliminate
the additional insulator ablation that occurs during motor tailoff and cooldown. If tailoff
and cooldown ablation is not prevented by quenching, the measured thickness loss will be in

error.

Techniques employed in measuring prefire and postfire insulator thickness vary with the
method used to manufacture the insulator and the type of motor case in which the insulator
is installed. Laidup-insulator thickness is measured in one or more of the following ways: (1)
summing the thicknesses of plies laid into the case; (2) using rigid templates with depths
gauged from a referenced position; (3) making tangential X-rays; (4) obtaining eddy-current
meter readings (refs. 102 and 103). The last method is effective only on electrically
conductive materials (metal cases).

Premolded insulator thicknesses usually are measured by standard direct methods before the
insulator is installed in the motor case; but once installed, insulators of this type can also be
measured by any of the methods listed above for the laidup insulator except that of ply
summation.

Postfire measurements of insulator thickness are made after motor sectioning. The case
domes usually are cut first at the line tangent to the cylindrical section. Most often, four
Jongitudinal cylinder sections are cut, and from four to eight dome sections are cut parallel
to the longitudinal axis of the motor (fig. 16). Axial sections are measured at 8 to 12 stations
along their length to provide a data sample of sufficient size to allow a statistical analysis.
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Only one of the mating edges is measured. From this analysis, an average unused insulation
thickness is determined after minor fluctuations in the data on insulation char and erosion
have been smoothed out. When motor sectioning is completed, the charred insulator surface
usually is cleaned until the decomposition zone or virgin insulation material is exposed. The
remaining insulation thickness then is measured on a plane normal to its exposed insulator
surface. Circumferential stations are selected at points where the time of exposure to the
thermal environment is known. These locations have been previously chosen for prefire
measurements of insulator thickness.

If the insulation material is penetrable with a sharp instrument, the amount of insulation

remaining after firing sometimes is measured with a calibrated probe. However, this method
is not as accurate as the others.
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Microscopic examination and photomicrographs of polished insulator and char cross
sections clearly show (1) transition zones, (2) filler orientation, and (3) variations in char
(ref. 1043, Al three are useful in evaluating insulation performance.

Instrumentation. - The standard  instrumentation used to measure chamber  thermal
environment includes both thermocouples and calorimeters. Thermocouples that measure
temperature change at the insulator/case interface or on the external surface of the case
generally are used to verify that the case temperature has not exceeded allowable levels. It
should be noted that the thermal gradient through a metal case usually is negligible, but the
gradient through a glass case is not.

Complete temperature-time histories during a static test firing have been measured directly
by thermocouples installed at the insulator'case interface (ref. 105). These thermocouples
are installed by drilling a hole through the metal or glass case to the insulator surface and
inserting the thermocouple to the insulator’case bondline surface. To minimize the effect of
the thermocouple installation on the temperature field, the hole is filled with a potting
material that has approximately the same thermal diffusivity as the case. Temperature-time
histories of the propellant combustion products in the cavity between a stress-relief flap and
an insulator surface within the motor chamber also are measured with thermocouples
inserted into holes in the case (ref. 105).

Calorimeter indicators are embedded in the insulator wall to record time at which the
ablating surface level arrives at a predetermined depth and to record the heating rate at the
time of arrival. Calorimeters are also used to measure total heat flux to the case wall. Water
or gas cooling is provided for the calorimeter over the total period of a motor firing to
prevent destruction of the gage.

Thermocouples and calorimeters have been adapted to more specialized uses in determining
the internal heating environment of a rocket motor chamber, as discussed in reference 106.
This reference desceribes six basic thermal gages designed specifically to measure and define
the thermal eavironment: (1) slug-type calorimeters: (23 circular-foil heat-flux gages to
determine the radiant, convective, and total heat flux to the ablative wall; (3) surface
thermocouples to measure temperature change at the ablative wall: (4) in-wall thermouples,
stagegered at various depths through the wall; (5) char detectors to determinethe time
required for char formation by measuring the change in electrical conductivity that occurs
on pyrolvsis: and (6) erosion gages to measure the rate at which the surface is removed from
the ablative material once it has been exposed to the thermal environment. Before these
devices are used. the motor design is reviewed to permit selection and placement of thermal
gages in arcas where they will most accurately define the thermal environment by indicating
clevated temperature, high heat flux, unusual flow patterns, or high ablation rates.

Evaluation of insulation performance requires a knowledge of insulator exposure time.
Calculation of the location of the buming surface with time is obtainable from a
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three-dimensional internal ballistic program. Location of the moving propellant flame front
during a firing is extremely difficult to determine. Such methods as quenching combustion
at various burn times, monitoring embedded breakwires, and cineradiography (X-ray
movies) have been used to locate the burning front but with only very limited success. The
most successful method of determining the location of the flame front has been achieved
with the use of microwaves (refs. 107 and 108).

Data Evaluation. — The data from thermal instrumentation and hardware inspection, when
compiled, correlated, and evaluated, provide a means for quantitative assessment of the
insulation performance. Measured char depth, char rate, erosion depth, erosion rate, and

case/insulator interface temperature range can be compared with design parameters for
design verification.

The depth to which the insulator is charred and the rate at which charring occurs (ablation
rate) are two of the most widely used parameters for evaluating insulator performance. Char
depth and total surface regression are determined either by direct measurement with
thermal instruments during the motor firing or by taking the difference between prefire and
postfire insulator thicknesses. A char rate then is calculated from the loss of thickness and
the length of time the insulator surface was exposed to the thermal environment, or the char
rate is measured directly by an erosion gage. Insualtor exposure time used to calculate char
or erosion rate is either measured directly by microwave methods or theoretically
determined from propellant burn rate and grain geometry. The measured and calculated
average char and erosion rates are compared with analytically predicted rates to verify
insulator design. When valid test data and anlaytical predictions disagree, the test data are
used for redesign.

Insulator thermal safety factors are calculated by dividing initial thickness by char depth for
the different motor locations. The char depth is analyzed by the method of statistical
inference, and a three-sigma safety factor is established for the char depth. Future
performance is inferred from this type of statistical analysis, and the design is evaluated for
potential burnthroughs and adequacy of safety factor. Insulator regions of excessive
thickness also have been identified by this method so that inert weight can be reduced.

Design verification provides assurance that the insulator/case interface temperature
requirements are met. Interface temperatures are determined by applying time-temperature
histories recorded on the external surface of the chamber during a static test firing to a
computer program for one-dimensional heat-transfer analysis. An insulator/case interface
temperature is assumed and incorporated into the program as the inner boundary condition
to the equation for heat conduction across the thickness of the case wall. The solution to
the equation is equivalent to the temperature history of the external surface of the case. The
solution based on the assumed interface temperature history is compared with the measured
external surface temperature history, and adjustments are made in the assumed values until
the calculated values for the external surface of the case agree with the measured values.
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This procedure is especially suited to computer graphics techniques because the input
adjustments are easily made.

The temperature at the interface of the stress-relief flap and the propellant cannot be
measured directly because a thermocouple would not survive long enough to record useful
data. This temperature has, however, been determined accurately by measuring the
temperature-time history of the propellant combustion products in the flap cavity (ref.
105). The measured cavity temperature has then been used as a time-dependent boundary
condition in a heat-transfer analysis to obtain temperature profiles across the thickness of
the stress-relief flap.
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3. DESIGN CRITERIA and

Recommended Practices
3.1 GENERAL CONSIDERATIONS

3.1.1 Design Approach
The insulator design shall be based on conservative use of reliable data.

Use data obtained at conditions as close as possible to the anticipated operational
conditions. Further, the data selected from the experimental scatter for use in
char-and-erosion-rate correlations should be data that produce conservative design (i.e., the
higher range of regression rates, the higher range of temperatures and pressures, the lower
range of tensile strength and elongation). To ensure that conservative, reliable data are used,
it is recommended that a statistical analysis of the data scatter be made. At the very least,
use the conservative three-sigma values as raw material for the char-and-erosion-rate
correlations (sec. 2.4.1.1.2). For a more rigorous approach, use the method of Lawrence and
Vogel (ref. 109) or the more direct method of Haugen (ref. 110).

3.1.2 Motor Application

3.1.2.1 BOOSTER MOTORS

Selection of insulation for booster motors shall emphasize lowest total insulator
cost.

The insulator material for a booster motor should be selected after a cost effectiveness study
has been completed. The material candidates should be judged by installed cost more
strongly than by thermal insulation effectiveness. All costs should be averaged over the
entire program in order to amortize tooling and to take advantage of the improvement curve.
When development of new materials is necessary, this cost should be included. Cost data for
material selection, manufacturing processes, and installation also should be included in the

insulator cost study.
Matched-metal-die compression molding is size limited by the molding capacity of the

insulator manufacturer’s facilities and has high initial tool cost. However, compression
molding is recommended for large-volume production whenever this method can be used.
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Fabrication costs are highest for hand-layup parts: however, temporary, readily fabricated.
low-cost tools may be used. Product dimensional tolerance for hand layup is * 0.050 in.
minimum, but lower tolerances may be obtained by post-vulcanization machining. Hand
lavup is recommended for any low-volume production or for production of insulators whose
design is expected to change frequently.

Mastic insulators, manufactured by rotating chamber-sweep template (ref. 9), pump
extrusion (ref. 963, or spray application are recommended for motors so large that they are
beyvond the fabrication hmits for molded insulators. ¢

3.1.2.2 UPPER-STAGE MOTORS

Insulation for upper-stage maotors shall have minimum inert weight and minimum
regression rate,

It is recommended that the screening process for upperstage insulation materials segregate
materials with minimum regression rate and inert weight by using as an index the product of
the density and regression rate. Materials with low values for this product should be
regarded as acceptable candidates for further evaluation. Care should be taken that
regression rate is measured under conditions that simulate as nearly as possible the motor
internal environment. Further, regression rates of materials to be compared should be
measured under similar conditions. Density (or specific gravity) should be measured by a
standard accepted method.,

The designer should not apply the regression rate-density product index blindly. however.
This method is usetul only as a screening method. Before materials are chosen for the
motor. heat-transfer rate, propellant compatibility, volume of insulator required. and
processability should be evaluated.

3.1.2.3 THRUST-CONTROL MOTORS
3.1.2.3.1 Insulator Weight

The ablution and thermal properties of insulation for multipulse thrust control
maorors shall resulde in mininieny insulation weieht

Minimum insulation weight is achicved in the multipulse thrust control motor by selecting
an insulator that possesses the minimum ablation-rate characteristics (average ablation rate
and its variation). These characteristics in general are obtained in a low-density polymeric
binder with a high concentration of both carbon and hydrogen and a low concentration of
oxvegen (ref. 2. p. 124). The insulator should exhibit a high heat of combustion and a

-
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tendency to form a low-density char. Ablative reproducibility depends on whether the char
layer remains intact from pulse to pulse (as it does with reinforced plastics), is removed after
every pulse (as occurs with lightly loaded elastomers), or behaves erratically, sometimes
remaining intact and sometimes blowing away. Better reproducibility is found in materials
that always behave the same way, either remaining intact or blowing away. Lowest
regression rates usually are found in materials that retain the char layer. It is important to
identify the char-layer behavior to develop a realistic thermal model, and this behavior must
be demonstrated in a pulse-motor test program. A range of pulses from the longest to the
shortest anticipated should be tested to verify that the char performance is reproducible at
any specified point in the motor.

3.1.2.3.2 Insulator Postfire Characteristics

The insulation shall produce neither postfire propellant reignition nor detrimental
postfire mass loss.

It is recommended that char samples be generated from motor tests of the same firing
duration as the maximum pulse from the motor firing cycle. Insulators should be tested for
both binder decomposition temperature and the heat capacity of the char.
Thermogravimetric testing should be conducted to obtain decomposition temperature, mass
loss as a function of temperature, and char specific heat.

3.1.2.4 SPACE-OPERATIONAL MOTORS

The insulation for space-operational motors shall withstand simulated sterilization
cycle, space storage environment, and the multipulse operation mode without
unacceptable degradation.

Insulation degradation during the space sterilization cycle, during inflight storage, and
during multipulse motor operation should be assessed on a quantitative basis. The properties
affected are thermal conductivity, specific heat, adhesive strength, and possibly the ablation
rate.

To ascertain a degradation factor for thermal cycling, conduct standard laboratory tests at
elevated temperatures. The test procedure should determine both the degree to which the
insulation is degraded and to what depth in the insulator the degradation prevailes. These
data for each candidate insulation material are essential both to establish a method of
ranking materials and to fumnish input for computer simulation of the multipulse
environment.

In addition, the effect of the deep-space storage environment on thermal properties should
be determined. The sterilization cycle and the space environment should be determined for
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a specified mission. Once these exposures have been established. the possible detrimental
effects can be assessed. Both temperature extremes and vacuum storage during the mission
should be simulated. or a performance projection may be made from accelerated tests. If
constant-temperature soak tests are used for this purpose, the temperatures should be kept
below the insulator’s decomposition temperature but above the cure temperature. When
possible. the criteria for stability should be established by accurate measurement of
mechanical or thermal properties rather than by visual observations.

3.2 SELECTION OF MATERIALS

3.2.1 Insulators

The materials for motor internal insulation shall be proven materials for which
complete and reliable data are available, unless special design considerations
require other materials,
The designer should use the successful experience in previous programs whenever possible.
Development programs are costly and should not be undertaken unless advancement in the
state of the art is genuinely necessary. Of course. most materials that have never been used
successfully must be subjected to a development program before they can demonstrate the
reliability level desirable in rocket motors.
Recommended insulation materials that have been used successfully are as follows:
® arge booster (2 100 in. diam.) -~ Silica’NBR, silica-ashestos/NBR
® Booster - Silica’NBR silica-asbestos'NBR, ashestos/SBR

® Upper stage - Boric acid 'NBR | asbestos’SBR, silica’NBR

® Thrust control - ashestos/FPDM

3.2.1.1 THERMAL PROPERTIES

Insulation  thermal  properties and  their variability in the rocket chamber
environment shall be known before the insulator is designed.

The recommended source of ablation data is full-scale motor firings, but full-scale firings are
costly and time-consuming. When such expense cannot be justified or data on previous
motors are not available, two methods are recommended. in order of preference: (1)



subscale motor firings that expose the insulation to the identical propellant combustion
products, chamber pressure, and gas velocities to be found in the design environment; (2)
plasma-arc tests of insulator candidate samples that duplicate, as nearly as possible, expected
heat flux (ref. 2). Oxyacetylene-torch tests (ref. 22) of samples should be used only for
preliminary screening of insulation material candidates. Correlations have been made to .
relate ablation rate from oxyacetylene-torch data (ref. 111) and plasma-arc data (ref. 2) to
motor firing data. The designer, however, should be cautious about using plasma-arc or
torch data correlations, because these tests often have produced erroneous or misleading
data.

3.2.1.2 MECHANICAL PROPERTIES

Case, propellant, and insulation materials shall possess demonstrated properties
acceptable for insulation structural analysis.

Case and propellant properties are needed for the structural-response model. Use of the
properties in stress analysis is discussed in reference 17. Test methods for evaluating
properties and securing data should be those described in the ASTM Standards (indexed in
ref. 15) or those in the ICRPG manual (ref. 16).

The poker-chip test (ref. 16, sec. 4.5.5) partially simulates insulator thermal stresses that
result from propellant postcure motor cooling, and is recommended for gathering structural
data only in those regions that are well removed from features that cause stress
concentrations. The high diameter-to-thickness ratio of the poker-chip test sample is a
recommended configuration for studying the strength changes in case-bond materials caused
by propellant component migration. Moreover, tensile and shear joint-evaluation tests
should be employed to establish allowable design stress levels.

Peel tests should be used to compare adhesive systems for cleavage loads at grain release
points. The use of peel-test results in structural analysis is not recommended, because the
large deformations imposed by the test are not representative of firing conditions. However,
the test is recommended for comparison of adhesives.

3.2.1.3 COMPATIBILITY OF MATERIALS

The insulation system shall not degrade because of (1) chemical incompatibility
with other motor components or (2) contact with the atmosphere.

Most plastics and propellants are compounded with plasticizers. When such plasticizers are

present in the motor, barrier coats should be used to limit migrations. Although epoxy,
polyether polyurethanes, and chlorobutyl rubbers have been used successfully, a layer of
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polyvinyl formal sprayed over a sprayed layer of ncoprene is recommended. The
formvar-neoprene is a more effective barrier coat than any of the others.

Oils and waxes frequently are used as protective ingredients in elastomers, but their use is
not advisable when bonding of the elastomer is required. and most clastomers used in
internal insulation must be bondable. Flastomers with inherent resistance to the effects of
ozone and sunlight should be used in shrinkage liners or other internal insulation parts that
will be exposed to the atmosphere. Ethylene-propylene, silicone, and butyl rubbers are
recommended for resistance to ozone and sunlight.

When elastomers with inherent resistance to the effects of ozone and sunlight cannot be
used. employ other protective measures. To prevent aging. use opaque covers that prevent
air flow over the rubber surface. Consider protective coatings such as Hypalon paint. Store
the insulator in wooden boxes with several pounds of cotton inside to provide a sacrificial,
ozone-preventative packing. Whenever possible, store the material in a dark. ozone-free
room. Moreover, to prevent accelerated aging caused by localized strains, use storage forms
that eliminate the possibility of falding or stretching the insulation.

3.2.1.4 SCREENING OF MATERIALS

The method for sereening candidate materials shall be suited to the purpose of the
screening.

It is recommended that oxyvacetylene-torch tests (ref. 22) and plasma-are tests be used for
preliminary screening or evaluating relative performance of insulators, not for final screening
and selection. Subscale testing should be used for careful sereening and approximate scaleup
to full scale. Scaleup should not be attempted if the subscale motor is less than 9 in. in
diameter. Some success has been obtained in scaleup of data from subscale motors over 9 in.
in diameter. but full-scale data are much more reliable.

3.2.2 Adhesives, Liners, and Sealants

3.2.2.1 ADHESIVES

An adhesive shall provide a proven adequate margin in case-to-insulation and
insulation-ro-insulation bonds.

For the two general conditions — motor storage and motor ignition - determine

insulation-to-insulation and case-to-insulation adhesion requirements from viscoelastic stress
analysis (sec. 3.4.2.2) of the case, insulation, and propellant composite. The adhesive system
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should be judged by performance in both shear and tension. For adhesive-system screening,
it is recommended that poker-chip specimens be fabricated from candidate adhesives. Then
the strongest system should be selected for complete characterization. The adhesive-system
strength should always be greater than the propellant cohesive strength so that propellant
cohesive failures always occur first. The recommended minimum ratio of .adhesive strength
to propellant cohesive strength is 1.25. Aging characteristics of the adhesive must be allowed
for.

To demonstrate the adhesive-system capability, use the tests discussed in section 2.2.1.2 for
determination of properties for structural analysis.

3.2.2.2 LINERS
3.2.2.2.1 Bonding Method

Wherever possible, the propellant shall be capable of being bonded directly to the
insulation.

The recommended practice for meeting liner requirements is to select, whenever possible,
insulation materials and propellants that require no liner. For double-base propellants,
utilize the powder-embedment case-bond method, which requires no liner. Composite
propellants usually require a liner, and it is recommended that these liners be based on the
same polymer as the propellants (e.g., propellants using PBAN as a binder should be bonded
with a PBAN-based liner).

3.2.2.2.2 Bond Strength

The propellant-to-insulation bond shall be adequate for loads induced in storage,
at ignition, and in flight at the maximum and minimum expected bondline
temperatures.

Although most bond test methods are useful for screening liner formulations, the final liner
selection must be based on results obtained from specimens designed and tested under
conditions that may be interpreted in terms of the propellant-grain/liner stress analysis. The
grain/liner stress analysis is discussed in reference 17. An assessment of the adequacy of the
bond strength under motor storage conditions is particularly important and requires
constant-load tensile and shear tests (ref. 16).

Bond strength margins for the motor ignition transient, flight, and test firing are determined

by testing in tensile or shear modes at high strain rates under superimposed hydrostatic
pressure that simulates motor operation. The allowable strain rates must include both the
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rate of motor pressurization during ignition and the pressurization rate up to full operating
pressure. The bond-test specimen configurations recommended for all constant-rate and
constant-load shear and tensile tests are described in reference 16 (sec. 4.7).

3.2.2.2.3 Bond Deterioration

The propellant-to-insulation bond shall not be subject to excessive migration of
chemical species or to deterioration of any other sort during storage

A laboratory definition of the migration potential of chemical species in the rocket motor
requires a specimen design that accurately simulates the chemical environment in the motor.
The test specimen must contain all of the components of the motor and must be large
enough to simulate the motor accurately. The size of the specimen is important because size
affects the diffusion rate and concentration of gaseous propellant-degradation products. A
diffusion path length of approximately 9 in. is necessary for simulation of a thick-web
motor: small specimens such as those used for stress testing are not adequate for storage
testing. Bonding-system stability can be assessed quantitatively with test specimens.

The recommended storage-test specimen for simulating thick-web motors is prepared by
bonding insulation of the appropriate thickness to the bottom of a 9-in. cubical carton lined
with heavy aluminum foil. The foil climinates the short-length diffusion path. The specimen
is coated with liner, cast with propellant, cured. and then stored at elevated temperature.
After designated storage time, specimens are cut from the bonding interface, and the
appropriate tensile and shear samples are prepared. These samples should be stored under
cither motor storage or accelerated aging conditions prior to test.

3.2.2.2.4 Processing Compatibility
Liner processing shall be compatible with propellant and motor processing.

Final confirmation of bonding system adequacy should be obtained by using the poker-chip
specimen and by simulating as closely as possible the processing cyele of the full-scale
motor. Such a process simulation should include (1) insulation preparation and drying. (2)
casting or curing, (3) application of liner, and (4) accelerated aging that includes both
appropriate exposure times and appropriate environments that are comparable to the
proposed full-scale process.

3.2.2.3 SEALANTS

Sealing materials at insulation junctions shall possess ablative properties similar 1o
those of the adjoining insulation materials
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Sealing materials should be evaluated by testing an appropriate configuration in the design
environment (sec. 3.2.1.4). Test configurations should include a realistic configuration of
insulation and sealant in an appropriately oriented flow field. The objectives of such testing
are to preclude inordinately high ablation rates for the sealant. Seals and joint adhesives
selected should have ablation rates that are similar to those of the adjacent insulators.
This practice minimizes the probability of formation of a sharp gap or discontinuity that
could cause vortex formation and attendant high ablation rates. Particular attention must
be paid to the ablation characteristics of aged sealers. The uncatalyzed type of sealant is not
recommended except for applications that have very short service-life requirements. Neither
polyurethane nor chromate sealants are recommended for use where migration of ester-type
plasticizers will occur. Chromate sealants should be used when subsequent disassembly may

be required.

3.3 EVALUATION OF THERMAL ENVIRONMENT

3.3.1 Combustion-Products Analysis

3.3.1.1 TEMPERATURE AND COMPOSITION

The combustion-products analysis shall provide accurate information on the
chamber-gas/particle temperature, composition, and properties at the average
pressure of the combustion chamber.

Equilibrium composition and temperature should be calculated for use in calculating both
transport properties and surface heat transfer (fig. 3), preferably by minimizing the Gibbs
free energy by the method of steepest descent (ref. 34). The computer programs for this
work are called Equilibrium Thermochemistry Programs or, more commonly, Free-Energy
Programs. Experimental data concerning the propellant ingredients (ref. 2) and the
combustion products (refs. 32 and 33) provide the starting point for calculation. The data
reservoir is vast, and the number of combustion products examined must be economically
feasible and conmsistent with the capability of facilities available. Reduce the list of
combustion products to a workable number (1) by using only those compounds whose
atomic structure is a possible consequence of the propellant used, and (2) by applying
experience, history, or cut-and-try methods to eliminate products whose equilibrium
concentration is infinitesimal.

When the chamber pressure varies considerably during motor operation, the gas/particle
composition and chamber temperature should be determined for representative pressure

levels.
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A summation of the weighted contribution of cach species should be made to determine gas
properties. including molecular weight, density, specific heat, and ratio of specific heats for
the gas mixture. These caleulated properties should then be used with calculated chamher
temperatures for subsequent calculations of gas flow and heat transfer.

If cither cost or lack of capability blocks the analysis of combustion products. the designer
must interpolate or guess directly from past firing data. Such estimates should be as

consenvative as possible.

3.3.1.2 TRANSPORT PROPERTIES

The analvsis and evaluation of chamber gas transport properties shall provide
reliahle and accurate valees for wse in caleulations of the flow field and heat
transfer.

The equilibrium  composition of the chamber gases should be used with the Wilke
approximation (ref. 41) to the Chapman-EFnskog kinetic theory of gases to determine
viscosity and thermal conductivity of the equitibrium mixture.

These properties should be determined for each chemical species by using collision integrals
for the Lennard-Jones potential (ref. 37) and tabulated force parameters (ref. 38). The
transport propertics should then be used in the caleulation of local convective-heat-transfer
coefficients.

When transport properties cannot be determined, the designer must interpolate or guess
directly from postfiring data. Such estimates should be as conservative as possible.

3.3.1.3 FLOW FIELD

The flowfickd analvsis shall provide aceurate values for the velocity, Mach
number, temperature, pressure, and flow angle of the exhaust gas throughout the
maotor chamber.

A two-dimensional axisymmetric or planar compressible-flow analysis using general flow
equations should be made to determine the velocity, Mach number, temperature, pressure,
and flow angle of the exhaust gas. A three-dimensional incompressible-flow analysis should
be made of arcas of complex geometry that cannot be defined in two dimensions.

If special problems such as complex combustion-chamber geometry or intricate flow

patterns warrant the additional effort and cost, cold-flow tests should be made to determine
flow propertics.
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The calculated flow properties should then be used for subsequent particle flow and slag
accumulation analyses and for heat-transfer calculations.

When the flow field cannot be calculated, the designer must interpolate or guess directly on
the basis of past experience.

3.3.2 Heat-Transfer Analysis

The description and quantitative definition of chamber heat-transfer mechanisms
shall be adequate to determine the required protective insulation for the case
structure.

The thermal environment within the motor chamber is defined in terms of convective,
radiative, and particle impingement and deposition heat-transfer rates to the insulator
surface. These rates should be determined by methods outlined in the following subsections.
When surface heat transfer cannot be calculated as described, use a conservative empirical
approach based on past experience.

3.3.2.1 CONVECTION

The heat-transfer analysis shall provide reliable values for convective heat transfer
to all insulator surfaces that are exposed to the chamber environment.

The convective-heat-transfer coefficients should be determined by applying calculation
methods outlined in section 2.2.4.1, the exact procedure depending on motor configuration,
material selection, and degree of sophistication required. The heat-transfer calculations
should employ exhaust-gas transport properties and gas flow velocities determined by
methods described in sections 3.3.1.2 and 3.3.1.3. ’

When separated flow or vortex flow occurs, as across a step, cavity, or surface discontinuity,
the heat-transfer coefficient should be increased to account for the increase in local velocity,
as discussed in references 51, 52, and 53.

Where separated or vortex flow occurs in motor geometries involving submerged nozzle
throats or multinozzle configurations, determine heat-transfer coefficients from scaling

techniques based on velocity measurements from cold-flow models of the same geometry
(refs. 54 and 55).

3.3.2.2 RADIATION

The heat-transfer analysis shall accurately define the thermal environment due to
radiant heating within the combustion chamber.
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The radiant-heating flux is found from equation (6). The gas-cloud emissivity should be
determined. by procedures presented in reference 59, on the basis of gas-cloud temperature,
pressure, radiant-beam path length, molecular weight of the gas, and the weight ratio of
particles to gas. These controlling terms should first be determined by the methods
presented in section 3.3.1. A range of values for radiant-heating flux for use in design and
evaluation should be evolved on the basis of arbitrary values of wall temperature.

3.3.2.3 PARTICLE IMPINGEMENT AND SLAG DEPOSITION

The heat-transfer analvsis shall define the particle trajectorics in the maotor
chamber and assess the effect of impingement and slag deposition on the
insulator,

If no reliable data exist, window/bomb tests (ref. 66) should be made of the propellant to
determine the size distribution of the metal agglomerates. Oxide particle sizes should be
determined by the methods of reference 64,

The particle trajectories should be calculated using Newton’s second law of motion and
Stoke's law of drag. For particles impinging on wall surfaces, determine mass, velocity, and
direction of impact. Both axial and radial accelerations representative of anticipated flight
conditions should be included. so that their effect upon particle trajectories can be evaluated.

Calculate the amount of slag depositing on wall surfaces by taking the sum of the individual
particles impinging (ref. 65). Contributions of spin-stabilization and axial acceleration to
both impingement and slag flow after impingement should be evatuated.

Calculate the energy (kinetic, thermal, chemical) available for release from the slug to the
wall (refs. 68 through 71).

The calculated impingement and deposition should be used for subsequent determinations
of insulator thickness. The impingement and slag deposition contribution to surface
regression should be calculated by treating these phenomena as an added heat source. The
added heat input of slag and particles should be included with the convective-heat-transfer
contribution in calculations of required insulator thickness.
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3.4 INSULATOR DESIGN

3.4.1 Thermal Design

3.4.1.1 INSULATOR THICKNESS

The insulator thickness shall be adequate to (1) protect the chamber from
unacceptable heat damage throughout the motor firing and (2) limit as necessary
heat radiated to associated vehicle components.

It is recommended that the insulator thickness be determined at a number of axial stations
in the motor and also at a number of circumferential locations. The number of points at
which the insulation thickness is calculated is arbitrary. However, when insulation thickness
requirements change rapidly, thicknesses at many points should be calculated; conversely
when the change is gradual, fewer need be calculated. An insulation contour should be
obtained by fairing between points and smoothing out (by adding insulation) any
discontinuities or depressions in the insulator internal surface.

The insulator design thickness must provide not only for the material lost by erosion, but
also for a layer of material to prevent heat penetration beyond the eroded insulation surface
so that the case will not overheat. The basis for establishing the amount of insulation
required for this heat barrier is the specified case-wall temperature limit. Calculate the
necessary thickness from a statistical-variation analysis of the insulator performance data,
choosing the statistical risk involved by selecting the degree of data scatter that is to be
included in the calculations.

After the insulation required for erosion and heat penetration has been determined, apply a
thermal margin of safety. For well-characterized insulation materials and for motor internal
flow velocities that are not unusually high or asymmetric, a thermal margin of safety of 25
to 50% is recommended, whereas for less-well-known materials and flow conditions, a
thermal safety margin of 100% or more is recommended. Small motors (< 30 in. diam.)
requiring maximum utilization of volume with well-characterized materials should be given a
10% to 20% margin; those that are not well characterized should be given a 50% margin of
safety.

The insulator thickness required is calculated by one of the methods set forth below.
3.4.1.1.1 Q* Analysis

Insulation thickness shall be based on the Q* method when the selected insulation
material does not form high-temperature chars.
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Typical materials that do not form high-temperature chars are SBR and NBR. Calculate the
ablation rate for these and similar materials from the following equation. obtained by

S
rearranging equation (7):

=(119L ’ (1H

The value for Q* must cither be available from previous data or obtained experimentally.
The thickness ablated is the product of the ablation rate and exposure time. Thus

where

thickness ablated. expressed in in. when X is in in./sec

b
—
1" 1l

time of exposure, sec

When q,  varies significantly, the exposure time should be broken up into increments and
an average q,,, used for cach increment.

The additional insulation thickness necessary to prevent overheating of a case wall during
motor operation should be determined by unsteady-state heat-transfer analysis. For the
simple situation where char zones are very thin (as with silica-filled NBR and SBR
insulators) and erosion rates are known. the backside temperature rise should be determined
as shown in references 79 and 80. For the more complex situation where char zones are
thick and an appreciable gradient through the char exists, the backside temperature rise
should be determined by the finite-difference ablation analysis (sec. 2.4.1.1.3): however, the
temperature may be approximated by the methods of references 79 and 80 when the highly
theoretical ablation analysis cannot be employed.

3.4.1.1.2 Char and Erosion Rate Correlations

The insulation  thickness shall be  based on empirical  char-and-erosion-rate
correlations when the insulation forms high-temperature chars and when the
thickness must be known accurately,

Thickness calculations based on this method should be made only in the range of operating
variables in which data are sufficient to qualify the correlation. Extrapolations should not
be attempted. When operating conditions, motor size. or propellant composition differ from
the foundation of the correlation, additional data should be acquired. Only the data that fall



within the required confidence limits should be used to build a correlation. For the
exposure time t of the insulator at a particular location, the average char rate is established
from the following relation:

t
) _ j; X dt
(Xch)avg t

(13)

where )'(c is obtained as described in section 2.4.1.1.2.

h

The product of average char rate and time (i.e., the thickness charred and eroded) should
then be enlarged by the desired thermal margin of safety and added to the thickness
required to prevent structural damage (this thickness should be determined as described in
the last paragraph of section 3.4.1.1.1). The result is insulator thickness requirement for one
location. This value should be calculated for various locations on the insulator surface and is
especially important at known locations of high heat flux. As char and erosion data are
obtained from full-scale motor firing, the insulator design thickness can be adjusted.

3.4.1.1.3 Ablation Analysis
The insulator thickness shall not be based primarily on ablation analysis.

The finite-difference ablation analysis is recommended primarily for use in providing
confidence in the analyses previously made by Q* or b¥ char- and erosion-rate correlations.
Although some utility for this method may safely be found in detailed analysis of heating
and erosion and for the extrapolation of test data, this method is highly theoretical and
should be used in insulator design only when the method has been correlated with test data
on a motor similar to that being designed.

3.4.1.2 STRESS-RELIEF-FLAP THICKNESS

The thickness of the stress-relief flap shall be sufficient to protect the propellant
from heating to the autoignition temperature.

It is recommended that flap thickness be determined by the method outlined in reference
85. When insufficient information is available, use the perfect-gas-law method with assumed
heat-transfer coefficients as discussed in section 2.4.1.2. After thickness requirements have
been calculated, ultraconservative thermal margins of safety should be applied to the
calculated thickness.
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3.4.2 Structural Design

3.4.2.1 LOADS

The loads analvsis shall evaluate the loads on the insulator from environmental,
processing. and operational sources.

The insulator material should be subjected to simulated or actual environmental and
processing loads in order to determine what changes occur. Where physical and thermal
property changes are created by these loads, the designer should adjust, if necessary, the
propertics used in design calculations. Where operational loads are found to produce failure
in the insulator, adjustments in thickness should be made to compensate. Occasionally,
insulation material changes or extensive insulation design changes may be required, but
usually only slight adjustment in thickness is sufficient. However, creep, relaxation. and
slump can occur in some materials, and the need for evaluation of the potential problem
exists.

34.2.2 STRESSES

Analvsis by accepted techniques shall predict insulation stress and strain values
during manufacturing and motor operation.

Preliminary stress analysis, if®the form of one-dimensional analysis (ref. 86), should be
performed on all insulator designs. For thermal and acceleration loads or for long motors
(L/D > 2), the one-dimensional analysis will provide accurate, complete information. For
shorter motors and for detailed analysis of stress concentrations such as bond terminations
where strains exceed 2%, refined analytical techniques (ref. 89) should be used. The
onc-dimensional analysis often is essential in interpretation of refined analysis results and
should be performed first. The analysis should be applied to loads induced by the
manufacturing process as well as to operational loads.

3.4.2.3 STRENGTH ANALYSIS

The strength analyvsis shall verify the capability of the insulation 1o withstand the
stress and strain values predicted by the stress analysis.

All mechanical and thermal properties used in calculations related to design should be
representative of the insulator material after it has been exposed to the temperatures,
stresses and strains, humidity, and aging that are associated with the motor manufacture.
Cure cycles employed in fabrication of the case and the propellant grain should be
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simulated. Stress and strain history of the insulator should be duplicated. When it is
impossible to obtain data that were procured under these simulated conditions, a larger
structural factor of safety should be used to lessen the risk.

3.4.2.3.1 Factor of Safety

The design structural factor of safety shall be adequate to provide for all
uncertainties in design data.

The structural factor of safety, defined as insulator design stress at allowable strain levels
divided by calculated insulator stress, should be at least 1.25. When any uncertainty exists
concerning the reliability of material properties data, data being representative of processed
material, or batch-to-batch variations in the material manufacturer’s process, safety factors
larger than 1.25 are recommended. When large factors of safety may be used at slight
penalty to the weight and price of the insulator system, factors of 2 or more are
recommended.

3.4.2.3.2 Margin of Safety
The structural margin of safety shall be as small as practicable.

It is recommended that design or material changes be made to reduce the structural margin
of safety (eq. (10)) to zero. If it becomes impractical to do so because of cost or material
limitations, then changes should be made to produce the smallest positive margin of safety
attainable. The stress value used to compute the margin of safety should include the design
structural factor of safety.

3.4.2.4 FAILURE MODES

Insulation shall not be subject to failure resulting from separation, cracking, or
slump. )

It is recommended that a thorough review of data produced by the structural analysis be
made to determine whether the strain predicted is within the capability of the materials. If
the strain capability of any material is exceeded, some corrective design step should be
initiated to eliminate the marginal condition; for example, (1) the part should be thickened,
(2) joints should be moved, or (3) materials should be changed. Wherever the principal strain
exceeds 2 percent, adhesive joints and insulator repair should be avoided. Potting
compounds, sealing compounds, or barrier coats should be selected according to ablative,
mechanical, and adhesive property data. Table III indicates those areas where structural
failure is most likely and identifies material properties critical to the failure mode.
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Table 1. - Insulator Structural Failure Related to Location of Failure and Material
Properties Critical to Failure

Location Failure Critical Material Properties
Mode
Insutator/propeliant Separation Insulator-propellant adhesive strain capability;
interface barrier-coat strain capability
Insulator Cracking Insulator strain capability and aging resistance;

barrier<oat strain capability

Insulator Flow (slump) Barricrcoat softening temperature; winding-mandre!
compressive strength at case cure temperature

Insulator/flap Separation Pottingcompound strain capability; barriercoat
interface strain capability; sealant strain capability
Insulatorfcase Separation Adhesive strain capability
interface

In addition. a “volume™ analysis should be conducted to determine maximum and minimum
limits on sealant volume required to stay within the allowable strain of the sealant.

The recommended configuration for elastomer-to-elastomer junctions is the labyrinth joint

(fig. 17 filled with sealing compound. The recommended configuration for junctions of

clastomer to reinforced plastic is a scarf joint. oriented 30° to gas flow as shown in figure
17¢by. 1 is recommended that interfaces of all types be designed 1o a low mean of the test
vitlues obtained for the adhesive sealant (i.e., a value somewhat lower than the average of all
test vatues should be used for design).

MR

{a) Labyrinth

{b} Scart Gas flow

Figure 17, - Recommended designs for insulation junctions.

86



35 INSULATOR FABRICATION AND PROCESSING

3.5.1 Compounding

The insulation compounding and processing shall produce a uniform material
without destroying fibrous fillers.

Recommended practice is to purchase compounded elastomer stock or molded insulator
parts from a reputable, reliable supplier of insulation material. In most cases the insulation
formulation is proprietary and the designer has no control of the formulation process.

Acceptance standards usually are developed from the manufacturer’s recommendations
(based on his own process capability) and tests of delivered material. When the designer has
some control over formulation, he should specify ingredient purity, recipe accuracy, and the
intended use of the material. The milling time required to produce uniformity without filler
destruction should be determined by experimentation.

3.5.2 Fabricating

The method of fabricating the insulator shall be cost effective.

The method of fabricating the insulator should be matched to the size of the insulator, the
quantity of insulators needed, and any special requirements imposed on the insulator. In
general, as noted previously (sec. 3.1.2.1), when large quantities of small or moderate-size
insulators are to be manufactured, compression molding is recommended ; when production
quantities are small, use hand layup. Troweling is most suitable when the insulator is too
large to be handled economically by molding or machining and the cost of hand layup is
prohibitive. Machining is recommended when quantities are small and accurate dimensional
control is essential.

Each method is subject to constraints summarized below.

3.5.2.1 MOLDING
3.6.2.1.1 Mold Size
Compression mold design shall allow for part shrin kage.
Recommended practice is to purchase molded parts from a reputable, reliable manufacturer
who is experienced in molding the insulator material chosen. Provisions should be made in

the mold design to allow oversize molding that compensates for the expected shrinkage.
Examples of shrinkages that must be accounted for are given below:
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NBR SBR EPT Silicone

Parrallel shrinkage, % 0to 08 0t0 0.9 03 2t

|88 ]

Perpendicular shrinkage, % 131025 1.3t02.3 1. 2to 7

3.56.2.1.2 Molding Variables

Control of molding variables shall be adequate to produce optimum performance
of the insulation.

It is recommended that strict process controls be exercised over the molding variables such
as time. temperature, pressure, and mold charge. Molding variables should be determined by
skilled personnel with accurate equipment. Where possible, quality control tabs or ““runoffs™
should be included in the mold design to permit destructive tests for molding and cure
quality. A permanent record of the molding variables should be maintained by opcrating
personnel: the record may be a chart produced by automatic recording equipment or a
written record of observations. Fach of the molding-variable records should be examined by
management representatives or quality-control personnel before the molded insulator
section is permitted to move to the next assembly step.

When insulators are manufactured from materials that degrade at temperatures within the
probable  atmospheric  temperature  range, it is recommended that appropriate  air
conditioning or heating be provided for all shipping. storage, and processing arcas. When
insulators are manufactured from materials that degrade under exposure to sunlight and
ozone. protect the insulator from such exposure by storing in a cool, dry, dark place and by
scaling the material so that air cannot reach it.

35.2.2 LAYUP

The solvent content of insulators fabricated by hand layup shall be below the
level that will degrade insulator performance.

An air dry at room temperature and humidity for thirty minutes should be allowed between

application of plics in manufacture of hand-layup insulators.

3.5.2.3 TROWELING

The troseled mastic insulator shall be free from (1) voids and inclusions and (2)
unacceptable degree of shumip,
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Pump-extrusion techniques are recommended in fabrication of mastic insulation because
such techniques minimize the number and size of the voids. Limits on void shape, size, and
dispersion should be established by test firings. Vacuum cycles and nondestructive test
techniques should be used to locate any voids present in a finished insulator. Located voids
should be reworked by filling either with uncured insulation material or with a suitable
potting material.

Maximum acceptable slump should be determined from thickness calculations outlined in
section 3.4.1.1. The use of thixotropic agents, binder systems with short pot life, or
application of material in layers that do not slump before cure are recommended, both
individually and in concert, as methods of eliminating slump from the insulator. The best of
the three methods should be determined from analysis of the insulation process and
materials used.

3.56.2.4 MACHINING

The machining method used to bring the insulator to design thickness and
contour shall be suited to the special needs of the insulator.

The layup-grind method, in which the insulator is laid up on a male mandrel to an oversize
configuration and then ground to final dimensions, is generally recommended. The designer
however should make a cost analysis of the proposed manufacturing methods, including
dimensional capabilities and the number of insulator units to be made. The machining
method should then be chosen by selecting the method acheiving lowest cost for the
required part throughout the entire manufacturing run.

3.5.3 Processing

3.5.3.1 BOND DEGRADATION

The casefinsulator/propellant bond system shall not be degraded by moisture
during processing and storage. .

The recommended method of preventing bond degradation by moisture is to select primers,
adhesives, and insulation materials that are relatively unaffected by moisture. Adhesives that
possess good moisture resistance are epoxies, nitrile-phenolics, neoprene-phenolics, and
epoxy-phenolics. When it is necessary to use moisture-sensitive materials, the insulator and
case should be dried before bonding, and the insulator/case assembly should be dried before
propellant casting. The drying periods must be based on comparable experience or
determined by simulated processing tests.
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3.5.3.2 INSULATOR DEGRADATION

Insulator handling procedures shall prevent exposure to ambient conditions that
degrade the insulator material

Ozone. sunlight, moisture, and high temperatures should be avoided in the storage and
processing of clastomeric insulators. Opaque, air-tight packaging is reccommended. Storage
should be in arcas cool and dry enough to prevent damage to insulators,

3.6 DESIGN VERIFICATION

3.6.1 Full-Scale Testing and Evaluation

When any design uncertainty exists, full-scale test firings and postfire evaluation
shall verity the insulator design adequacy.

The thermal performance of the insulator should be evaluated in full-scale test firings.
Provide for acquisition of (1) physical thickness measurements before and after firing (fig.
16), (2 case’insulator interface temperature versus time during firing, (3) chamber heat
flux. (4) insulator and case wall temperature profiles versus time during firing, and (5)
insulator exposure time. Case/insulator interfuce temperatures should be mecasured by
drilling holes through the case to the interface, implanting thermocouples, and potting the
hole with a material having approximately the same thermal diffusivity as the case. Chamber
heat flux should be measured by slug-type calorimeters or circular-foil heat-flux gages.
Temperature at the ablative wall should be measured by surface thermocouples.
Temperature profiles of the insulator and case wall should be measured by thermocouples
embedded at successively deeper locations. Insulator exposure times should be obtained
from cvent gages (e.p.. embedded breakwires) or char detectors (e.g., electical conductivity
gages). Progression of the flame front should be measured by microwave techniques (refs.
101 and 1023 After the testing, evaluate the insulation performance, and if insulation
performance margins are substantially fess than or greater than desired. adjust the design
accordingly.

Hardware inspection. — The postfire inspection of insulation should be planned to preclude
destruction of test hardware by either cutting or measurement operations until all data and
anomalies  have been inspected and  recorded. It is recommended that thickness
measurements be obtained at locations of highest anticipated insulator erosion and that
visual inspection of case and insulator be made after firing and before removal of the case
from the test stand. Arcas of excessive external case heating should be noted. as should
those of high insulator erosion and insulator delaminations and separations. All unusual
erosion patterns should be mapped (fig. 13) and the case sectioned. Postfire insulation
thicknesses should be measured at locations coincident with those of prefire measurements.
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Instrumentation. — Insulation instrumentation should be used for material evaluation

motors and for full-scale development motors but should not be used in operational motors.
The risk inherent in instrumenting insulators, which often involves practices such as drilling
holes through the chamber wall into the insulator, should not be imposed on operational
motors. When instrumentation must be used, the risk should be minimized by running many
wires through the same hole or by making multiple use of instrument taps.

Data Evaluation. — Prefire measurements of insulator initial thickness and postfire
measurements of insulator char and erosion should be obtained by reliable and repeatable
methods and should be evaluated statistically. Measurements of insulator thickness before
and after firing using a mechanical template and standard measuring instruments is
recommended in order to provide repeatability. When measurements are determined from
X-ray methods, the possibility of parallax should be precluded to avoid erroneous
measurements. Prefiring and postfiring measurements should be taken in sufficiently large
quantities that an accurate statistical iriference may be taken from the data acquired.
Statistical techniques of regression analysis are recommended for processing these thickness
measurements. The char depth recorded for a measurement station should be the maximum
char at any of the circumferential locations at that station.
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APPENDIX A

Conversion of U.S. Customary Units to SI Units

Physical quantity U.S. customary SI unit Conversion
unit factor?
Density Ibm/ft3 kg/m3 1.602x101
Energy Btu J 1.054x103
Force lbf N 4448
Heat flux Btu/(ft?sec) J/(m2sec) 1.135x10*
Heat of ablation Btu/lbm J/kg 2.324x103
Bt J '
Heat-transfer _2u_° 3 2.043x10*
. ft*-sec-°F m*-sec-K
coefficient
Length ft m 3.048x10!
in. cm 2.54
mil pm 2.54x10!
Mass lIbm kg 4.536x10"!
Mass diffusivity ft2 /hr m? /hr 9.29x1072
Pressure psi (Ibf/in.2) N/cm? 6.895x107!
Specific heat Btu/(Ibm-°F) J/(kg-K) 4.184x103
Stefan-Boltzmann —B;tli—“ —Jz_i 3.310x10?
constant hr-ft*-"R sec-m“-K
Temperature °F K K= g (°F +459.67)
[« 5 ©
R K K= o (CR)
o _ 5 o
Temperature F K K=>(CF)
e 9
difference
°R K K= g CR)
(continued)
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Conversion of U.S. Customary Units to ST Units {concluded)

Physical quantity U.S. customary Si unit Conversion
unit factor®
Therma! B l__ 6.227x10°
- secft-'F sec-m-K
conductivity
Thermal diffusivity i [hr m? [hr 9.29x10°2

3Multiply value given in U.S. customary unit by conversion factor to obtain equivalent value in SI units. Fora complete
listing of conversion factors for basic physical quantities, see Mechtly, F. A The International System of Units. Physical
Constants and Conversion Factors Second Revidon, NASA $P.7012,1973.
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Term or Symbol
abcdef

ablation cooling

ambient temperature
autoclave

ballistics (internal)

Biot number (Bi)

bleeder cloth

conocyl

cracking

elastomer

factor of safety

Fourier number (Fo)

APPENDIX B

GLOSSARY

Definition
empirical constants fitted to data for Luikov number
cooling mechanism in which a material on a rocket chamber wall chars,
evaporates, sublimes, and erodes during motor firing and thereby

absorbs exhaust-gas heat and prevents it from reaching the chamber
wall

temperature of the environment surrounding a system or a component
apparatus for curing materials under heat and pressure

combustion characteristics of the solid propellant grain, especially those
related to thrust- and pressure-time curves for the motor

dimensionless group relating temperature conditions in the exhaust gas

hr
to the temperature distribution in the insulator (Bi = Q)

an open-weave cloth used to facilitate complete removal of air in
vacuum-bag processing of reinforced-plastic parts

empirical constants for data correlations
specific heat at constant pressure
acronym for “cone in cylinder”

thermal decomposition of heavy hydrocarbons into lighter and simpler
hydrocarbons and other products

polymeric material that at room temperature can be stretched to
approximately twice its original length and on release return quickly to
its original length

see “safety factor”

dimensionless group relating rate of change of temperature conditions
in the exhaust gas to rate of change of temperature distribution in the
t

N

X
insulator (Fo ==57)
T
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LD

Luikov number (Lu)

Mach number

margin of safety (MS)

NDT
P

partition equilibrium

potential flow
potting compound

P

pyrolvsis

Qt

regression line

Definition
heattransfer coefficient
thermal conductivity
radiant-beam path length
lengthto-diameter ratio of propellant grain
dimensionless group relating insulator mass diffusivity to thermal

ichr
diff\lSi\'il)‘ (l‘u = .oi_..)

ratio of the speed of flow of a fluid to the speed of sound in the fluid
fraction by which the allowable load on stress exceeds the applied load

or stress, MS =

x| -

nondestructive testing

pressure

the condition in which, for a chemical species distributed between two
. . L . - N .

fluids in contact 3t definite temperature, the ratio of the equilibrium

concentrations in the fluids is constant

flow with the effects of viscosity not considered

inert material used to fill in or surround a part or component

Prandt! number, ratio of momentum transport to heat transport in fluid
flow (Pr = (‘p »ik)

chemical decomposition by heat
effective heat of ablation

heat flux

design stress/allowable stress

radius of flow channe! (i.e.. radius of combustion chamber at a given
station)

term used in the mathematical technique of regression analysis
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Term or Symbol

Reynolds number (Re)

safety factor

Stanton number

slump

spallation

submerged nozzle

sweep template

thixotropic agent

transpiration cooling

wash coat

Definition

vr
ratio of momentum forces to viscous forces in fluid ﬂow(Re =2 )

M
an arbitrary multiplier greater than 1 applied in design to allow for
uncertainties in design data

ratio of the heat transmissions perpendicular to and paralle]l to the
direction of flow

flow or sag of a material (mastic) after it has been applied to the
chamber wall

chunking out of insulation material by shear forces and operational
stresses

nozzle in which the nozzle entry, throat, and part or all of the exit are
cantilevered into the combustion chamber

contoured device used to control thickness of mastic as it is applied to
chamber wall

temperature

time

an additive material that does not alter flow properties when the base
material is being applied to a surface but hastens gelation when the

material is allowed to stand;used to prevent slump in mastics

cooling of a chamber wall by flow of coolant gases through porous
material on the wall

‘local gas velocity

thin layer of curing agent for the liner that is applied to surface of
propellant or insulator to enhance liner adhesion

insulator thickness

Greek

gas-cloud emissivity parameter that is a function of particle size,
concentration, and density
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Term or Symbol

A

P

avy

ch

cl-w

corn

par
rad
tot

W

Material

antioxidant

Definition
incremental change in g quantity
emissivity
absolute viscosity
density
Stefun-Boltzmann constant, 0.1713x10°° Bra/(hr-f12 .°R?)

thermal diffusivity

Subscripts
ablation
average
char
gas particle cloud
pertaining to interchange between gas'particle cloud and wall
convective
exhaust gas (combustion products)
insulator
pertaining 1o impingement and deposition of particles
radiant
total

wall (insulator)

Identification

orpanic compound added to a material to retard oxidation. deterioration,
and rancidity
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Material
butyl rubber

CA

CMDB

cresol

CTPB

DB

epoxy
ethylene-propylene
rubber (EPR)

ethylene-propylene
terpolymer (EPT, EPDM)

HTPB

Hypalon
mastic

NBR, Buna N, nitrile
neoprene

NG

PBAA

PBAN

phenolic

Identification

copolymer of 97% isobutene and 3% isoprene or butadiene

cellulose acetate, a cellulose ester in which the cellulose is not
completely esterified by acetic acid

composite-modified double-base propellant; modification is by addition
of oxidizer such as ammonium perchlorate and/or fuel such as
aluminum powder

methyl phenol

carboxy-terminated polybutadiene

double-base propellant

thermosetting resin widely utilized as an adhesive and as a binder in the
fabrication of glass-filament/resin composites

an elastomer, a copolymer of ethylene and propylene

an elastomer based on linear terpolymers of ethylene, propylene, and
small amounts of a diene

hydroxyl-terminated polybutadiene

trademark of E.I. du Pont de Nemours & Co. (Wilmington, DE) for
chlorosulfonated polyethylene

filled elastomer that is cast or troweled in place and cured at or near
room temperature and pressure

copolymer of butadiene and acrylonitrile
polychloroprene

nitroglycerin

butadiene-acrylic acid polymer
butadiene-acrylic acid-acrylonitrile polymer

short term for a family of phenol-aldehyde thermosetting resins
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Material
pobysulfide
RTV silicone
SBR

silicone

urcthane

ABBREVIATIONS
Abbreviation
ABL

ATRPL
AGARD
ATAA
AICKHE
ARPA

ARS

ASMT

ASTM

CPIA

GALCIT

IAS
ICRPG

JANAF

short term for NBR-polysufide-epoxy
organosiloxane polymer that vulcanizes at room temperature
copolymer of styrene and butadiene

organosiloxane polymer; may be an oil or an elastomer. depending on
degree of polymerization

polyurethane diisocyanate copolymer

Identification

Allegany Ballistics Laboratory

Air Force Racket Propulsion Laboratory

Advisory Group on Acrospace Research and Development
American Institute of Aeronautics and Astronautics
American Institute of Chemical Engincers

Advanced Research Projects Agency

American Rocket Society

American Society of Mechanical Engineers

American Society for Testing and Materials

Chemical Proputsion Information Agency

Guggenheim Acronautical Lahoratory
(California Institute of Technology)

Institute of the Acronautical Sciences
Interagency Chemicat Rocket Propulsion Group

Joint Army -Navy-Air Force
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Abbreviation Identification
SAMPE Society of Aerospace Material and Process Engineers
SRSIA Solid Rocket Structural Integrity Abstracts
SSD Space Systems Divison (USAF)
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